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Abstract 

Azo-polymers have been investigated for the large structural modifications occurring under 

light excitation. Photo induced isomerizations of the azobenzene molecular units can provide 

cooperative forces able to affect self-assembling processes in the liquid state or leading to an 

efficient mass transport in the solid state, which results in large deformations of film surfaces. 

We introduce here our studies on azopolymers based on a polysiloxane matrix bearing 

specific chemical functions, whose composition can be finely tuned for applications in the 

biological field. Depending on their chemical structure, these materials are able to form 

photoactive surfaces with adjustable topographic properties or photosensitive micellar 

architectures in aqueous solvents. In the first case, the ability to control the surface shape at 

the optical wavelength scale aims to provide photoactive cell growth supports with tuneable 

properties, for the investigation of the environment influence on cell development. The optical 

properties of the materials are presented, as well as the preliminary studies showing the 

materials potential to modify the cell response to the surface. The stability of the films surface 

in contact with biological media and the implications on the cell behavior are also addressed. 

The second property involving formation of micellar structures is demonstrated by showing 

the ability of the materials to encapsulate and provide controlled release of small molecules 

pointing to their potential use in drug delivery applications. 

Keywords 

Azo-polysiloxanes, Surface grating, Cell culture, Micelles 

1. Introduction 

Polymers that are able to experience large structural changes under external stimulation, due 

to modifications of their chemical and physical properties, have been the subject of intense 

research in the past two decades. Processed as solutions, films or bulk materials, these 

responsive polymers can generate original functionalities with interesting prospects for a wide 

range of applications. Besides the sensing field, where implementation of responsive materials 

appears to be a straightforward approach as demonstrated with research on biological and 



chemical detection [1], biological applications represent another predilection area for those 

polymers. An illustration is given through the developments performed on polymers able to 

self assemble as 3 dimensional micelle like structures in aqueous media. In particular the 

ability to control the assemblies’ organization and stability with temperature, pH, magnetic or 

light fields has attracted a strong interest for applications involving the encapsulation, 

transport and triggered release of active molecules. Studies on a large variety of polymeric 

architectures were performed in this direction as reported in different article reviews [2], [3], 

[4]. 

Responsive materials implemented as bulk or thin films provide as well original tools for 

biological applications. For example, developments on such materials became of particular 

interest in the field of tissue engineering. The ability to control the surface's chemical and 

physical properties of cell culture supports using specific stimulations reveals to be a versatile 

mean to investigate the interactions of biological cells with the extra cellular matrix (ECM). 

The ECM can be described as a scaffold of physical and chemical signals regulating the cells 

processes of differentiation, growth and organization in 3 dimensional architectures [5]. As 

well, cells can emit their own signals through the secretion of adhesion proteins leading to a 

remodeling of their environment [6], [7], [8], an interplay reflecting the complexity of the 

dynamical mechanisms involved in tissues construction. 

To investigate the interaction of cells with the ECM, nanostructuration tools have been 

implemented for the accurate control they provide on the cell environment properties, from 

sub-cellular down to the nanometer scale. Cells adhesion, growth, migration and proliferation 

properties were demonstrated to be affected by nano to micrometer scale topographic 

modifications of their growth support depending on the surface structure characteristic 

parameters [9], [10], [11], [12]. For example micropatterns have been used to orient the 

cellular growth in specific directions tailored by the surface pattern properties [13], [14], [15]. 

Mainly produced through conventional optical lithographic techniques, the resulting cell 

support properties present however the limitation to be static. A clear advantage of responsive 

materials relies on the ability to modulate dynamically the support properties opening further 

opportunities in understanding the dynamical relationship between cells and their 

environment. 

In particular, azoic materials appear as promising ECM to investigate the cell–environment 

interactions. Discovered in 1995 by two independent groups [16], [17], the efficient mass 

transport optically induced in azo-polymer films can be implemented to generate large and 

reversible topographic modifications at the optical wavelength scale in correlation with the 

intensity pattern. Azo-polymer films behave as a photographic plate in which variations of an 

image intensity can be recorded as a film thickness modulation enabling a variety of 

structures to be produced. A very important specificity of these photographic plates relies on 

the possibility to reinitialize the plate surface through additional thermal or optical treatment 

of the films [18], [19]. While the complete mechanism of the deformation is still debated, the 

observed mass transport is established to originate on molecular motions resulting from the 

azobenzene photo-induced isomerizations. Noteworthy, the photo-induced motion produced 

at the molecular scale were demonstrated to generate a force able to bend or deform 

amorphous or liquid crystalline polymer films exposed to light with specific polarization 

states [20], [21]. Widely investigated in the optical and optoelectronic areas [22], [23], [24], 
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[25], [26], [27], [28], the interest on such materials for cell growth applications is more recent 

as reported with few studies performed on azo-polymethacrylate materials [29], [30], [31]. 

Here we present a novel class of biomaterials incorporating azobenzene molecules. Flexible 

polysiloxane chains are employed as a matrix incorporating the azobenzene units covalently 

bound in the side chain. An originality of the materials proposed relies herein on the 

possibility to finely tune the chemical composition adding specific chemical groups to the 

azo-polysiloxane chains. Besides enabling the dynamic modulation of the film surfaces 

through optical excitation of the azobenzene molecules, the effect of the chemical signal 

transmitted to the biological cells can as well be investigated depending on the chemical 

functions added. 

First results concerning the ability of the developed azopolysiloxanes to support cell adhesion 

and growth are presented and influence of the chemical structures and topography is 

evidenced. Depending on the chemical groups added to the azo-polysiloxane chains, materials 

able to self-assemble as micelar structures in solution can also be obtained. Besides providing 

materials suitable for drug delivery applications, nanostructured films can also be produced 

from related solutions. 

2. AZO-polymer films optical properties 

Optical induction of surface deformations has been demonstrated in a large variety of azo-

materials, ranging from single crystals to amorphous molecular and polymer films [32], [33], 

[34], [35]. The reported deformations are based on the motions of azobenzene molecular units 

distributed inside the material matrix activated under illumination. The azobenzene molecules 

can be excited from their trans form to their cis form following absorption of a photon and 

can relax back to the fundamental trans state either optically or thermally as depicted in Fig. 

1. Cooperative trans–cis–trans isomerizations can be efficiently converted to polymer chains 

conformational changes by covalent bounding of the azobenzene molecules to the polymer 

backbone producing then a force able to drive an efficient mass transport in the films. 

 

Fig. 1. Azobenzene isomerization and absorption spectrum. 

Several attempts to model the conversion process of the molecular photo-induced 

isomerization into the observed macroscopic changes have not led yet to a comprehensive 

understanding of the processes involved [36], [37], [38], [39], [40], [41], [42], [43], [44]. In 

particular the mechanism enabling a mass transport to occur well below the transition 

temperature of the materials studied is still debated as demonstrated by contradictory 

experimental results [45], [46]. Studies were performed under different optical configurations 
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[47], [48], [49], [50] and with materials showing diverse architectures [18], [51], [52], [53], 

[54], [55] evidencing a strong relationship between the topographic changes and the materials 

structural properties. 

 

3. Characterization of the azo-materials as photoactive supports 

The samples investigated are based on polysiloxanic chains grafted with azobenzene 

molecules in the side chain and incorporating additional chemical units as depicted in Fig. 2. 

The synthesis procedure has been previously detailed (see for example [56]). 

 

Fig. 2. Chemical structure of azo-polysiloxanes. 

Mass transport properties have been widely investigated using an interference pattern 

characterized by a sinusoidal modulation of its intensity following an axis. As a result, a 

sinusoidal modulation of the film thickness is obtained revealing a mass transport correlated 

to the intensity pattern. 

Fig. 3 schematizes the experimental set-up employed for the studies reported in the present 

article. A frequency doubled laser diode delivering a continuous 488 nm wavelength beam is 

used to illuminate the films in the azobenzene absorption band. The laser beam is divided 

with a beam splitter and the two resulting beams are superposed onto the film surface after 

reflexion onto symmetrically oriented mirrors with respect to the normal of the film surface. 

The result is a sinusoidaly modulated interference pattern with a modulation axis given by the 

intersection of the beams incident plane and the film surface. The typical image obtained with 

an atomic force microscope (AFM) of a polymer film after illumination is also given. 
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Fig. 3. Optical configuration of the azopolymer film illumination and typical induced surface 

relief pattern. 

Besides enabling the generation of optical gratings with direct applications in optoelectronic 

devices, this configuration appears also to give valuable information on the mass transport 

process. While the period corresponds to the fringes spacing of the interference pattern and is 

controlled by the incident angle θ (see Fig. 3), the modulation amplitude can be related to the 

mass transport efficiency. 

The modulation dynamics is controlled for a given intensity exposure by the illumination 

time, i.e. the total energy absorbed by the film, and its efficiency depends also on the laser 

polarization state [57], [58] excluding purely thermal effects to be the cause of the induced 

deformations. The curves of Fig. 4 are obtained by monitoring the evolution of a 632 nm 

Helium–Neon 1st order diffraction intensity during the polymer illumination and represents 

the formation of the surface grating in time. The experiment was performed on a 400 nm thick 

film of a polymer (azo90-Psi) represented in the figure incorporating the azobenzene 

molecule with a 90% substitution degree. The mean illumination intensity was 180 mW cm
−2

 

and the polarization was set perpendicular to the interference pattern fringes (p-polarization) 

to favor a mass transport from the high intensity to the low intensity areas. Also represented 

on the graph the result obtained with a beam polarization along the interference pattern 

fringes (s-polarization), evidencing a lower modulation efficiency. 

 

Fig. 4. Time evolution of the 1st order diffraction efficiency and chemical structure of the 

azo90-Psi polymer. 

Incorporation of additional chemical functions to the azo-polysiloxane backbone can lead to 

strong modifications of physical properties and thus of the mass transport efficiency. A 

particularity of the polymers investigated here relies on their low glass transition temperatures 

(Tg) which can be modulated between less than 20 °C up to 70 °C depending on the chemical 

groups and the substitution degree on the polysiloxane chains. The polymer film Tg appears as 

a critical parameter in particular when it is close to the operating temperature, the film 

viscosity impacting the deformation mechanism and surface stability [54], [59], [60], [61], 

[62]. As well, a difference in the chemical structure of materials with similar Tg can reveal 

remarkable and unexpected properties when the operating temperature is approaching the Tg. 

An example is given in Fig. 5 where the behavior of 2 materials, azo46-NO46-PSi and azo50-

Naph20-PSi, exhibiting only a slight difference in their Tg is evidenced. The figure represents 

the modulation dynamics of the surface for both materials under illumination as well as the 
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stability of the induced deformation with time when the illumination is stopped. Along with 

the diffraction curves, the topography evolution of the azo46-NO46-PSi film after the laser is 

stopped is shown in the AFM image evidencing the relaxation of the surface modulation. 

 

Fig. 5. azo46-NO46-Psi and azo50-Naph20-Psi polymer films modulation dynamics and 

stability. AFM image showing the evolution in time (i.e. scan direction) of a modulated 

azo46-NO46-Psi film surface. 

The materials reported herein present equivalent substitution degrees on the polysiloxane 

chains as concerns the azobenzene molecules, but incorporate different additional chemical 

units, nitrophenol for azo46-NO46-Psi and Naphtol for azo50-Naph20-Psi, with 46% and 

20% substitution degree respectively. The resulting Tg are respectively 27 °C and 25 °C. The 

experiments were performed with an operating temperature of 25 °C corresponding to the Tg 

of azo50-Naph20-Psi. 

While the Tg is slightly higher for azo46-NO46-PSi, the modulation process is faster and the 

stability of the induced modulations at the film surface appears weaker than for azo50-

Naph20-PSi. The observed phenomena cannot be explained only by differences in the 

polymer chains flexibilities and the competition occurring between the photoinduced directed 

mass transport and the random thermal redistribution of the polymer chains within the film. 

Besides a modification of the polymer chains flexibility, physical inter- or intra-chains 

interactions provided by the additional chemical units on the azo-polysiloxane chains have to 

be taken into account to explain the higher stability of the photo-induced topographic 

modifications for the lowest Tg material [59]. 

Stable surfaces can be obtained in those polymers by increasing the substitution degree on the 

polysiloxane chains. For example an increase of the Naphthol substitution ratio to 27% 

increases the material's Tg to 40 °C and as a result leads to a strong decrease of the modulation 

dynamics but produces stable surface gratings with time [59]. 
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The possibility to modulate the stability of the induced topographic modifications enables the 

production of surfaces whose properties can be modified dynamically during the cell growth 

process, providing a seducing tool for cell culture applications. 

4. Substrates for cell growth applications 

Preliminary studies were performed to evaluate the compatibility with cellular adhesion and 

proliferation of the synthesized azo-polysiloxanes incorporating different azo-molecules as 

well as additional chemical functions. 

The studies were performed on a human hepatoma-derived cell line, HepaRG, using confocal 

microscopy and fluorescent markers to reveal the structural details of the cells, as a direct 

indication of their attachment and adherence to the substrates [63]. 

Fig. 6 shows the typical response of hepatic cells to 3 different azo-polysiloxane films 

compared with a standard tissue culture coverglass as a control surface. The nuclei appear in 

blue and the distribution of the actin and tubulin cytoskeleton elements is shown in green and 

red respectively. The first film, azo90-Psi, is a polysiloxane substituted by the 4-

phenylazophenol molecule with an 85 ratio. The second one, azo63-Ad18-Psi, incorporates 

the same azo-molecule at a smaller ratio enabling the incorporation of adenine nucleobase as 

additional chemical units with a 18% substitution degree. The last material, azoNO283-Psi, is 

a polysiloxane modified by a more polar azo-molecule, the 4-((4′-nitrophenyl) azo)phenol, 

with a similar substitution degree as the first material. The film thickness is close to 1 μm for 

azo90-Psi and azoNO283-Psi, and 700 nm for azo63-Ad18-Psi. The chemical structures and 

substitution degrees of the materials are shown in Table 1. 

 

Fig. 6. Immunofluorescence microscopy images of cells grown on a standard control substrate 

and on azo-polymer films with the different chemical structures introduced in Table 1. The 

cell nuclei are stained in blue and the cytoskeleton element organization is shown in green and 

red representing the actin filaments and the microtubules. The scale bar is 100 μm (top line) 

and 50 μm (middle line). (For interpretation of the references to color in this figure legend, 

the reader is referred to the web version of this article.) 
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azo90-Psi azo63-Ad18-Psi azoNO283-Psi 

 
  

Table 1. Chemical structure of the polymers presented for the cell culture experiments. 

The figure evidences clearly the influence of the polymer support onto the cell culture 

behaviors. Compared to the control substrate and other polymer films, the azo90-Psi film 

demonstrates poorer cell adhesion properties as revealed by disorganized actin filaments and 

microtubules, and a low number of cells attached to the surface in 24 h after seeding. The 

incorporation of adenine nucleobase onto the azo-polysiloxane chains with the sample azo63-

Ad18-Psi appears to improve the affinity of the polymer for the cells as evidenced by the 

increased number of cells attached onto the film surface. However, the cell adhesion 

properties of this polymer are still weaker than those of the control surface showing a higher 

number of attached cells. The polymer with the best properties for cell development is the 

azoNO283-Psi. This material promoted adhesion of a larger number of cells compared to the 

other samples; moreover it appeared to induce formation of cell clusters, as judged from the 

high cellular density and the disposal of the actin filaments toward the cell plasma membrane. 

This process, which is highly relevant for the HepaRG differentiation [63] will be investigated 

in molecular detail in the near future. 

The cells grow also well on the azo63-Ad18-Psi and azoNO283-Psi films, taking into 

consideration the appearance and distribution of the actin filaments and microtubules 

ressembling those of the cells grown on the control surface. 

While the chemical structure and the rheological properties of the films have a direct effect on 

the cell behavior, the polymer surface re-organization during exposure to the aqueous culture 

medium is also a critical parameter to consider for cell culture applications. 

The consequences of the film exposure to water were thus investigated further for the 3 

materials presented above. The surface evolution was imaged with the AFM operated in the 

acoustically driven mode (tapping) in a liquid cell to enable direct measurements of the films 

surface while exposed to water. Fig. 7 shows the topography obtained for the polymer films 

with an equivalent thickness close to 1 μm laid onto a glass substrate and exposed to water for 

3 h. 
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Fig. 7. AFM images of azo-polymer films surfaces in contact with water: Azo90-Psi (left), 

Azo63-Ad18-Psi (middle) and AzoNO283-Psi (right). The films were realized onto a glass 

substrate. 

A very different evolution of the films, showing initially flat surfaces with roughness ranging 

from 0.6 nm for the Azo63-Ad18-Psi film to 33 nm for the AzoNO283-Psi film, is observed 

after exposure to water. Following 3 h of contact with water the films display an “island” like 

surface with different shapes. While the azoNO283-Psi exhibits a relatively good stability of 

its surface with modulations reaching 300 nm in height for 10–30 μm width, the induced 

structures for two other films present higher spatial frequencies. In the case of azo90-Psi the 

amplitudes of the islands can reach more than 800 nm for lateral sizes around 10 μm, and for 

the azo63-Ad18-Psi amplitudes of 1 μm for lateral sizes around 3 μm can be obtained. The 

films were obtained using the same experimental conditions, which suggests a direct 

connection of the observed modifications with the chemical structure of the materials. 

Depending on the material polarity and rigidity, the films may re-organize differently their 

structure in response to the contact with water. In the case shown here, the more stable film is 

the one incorporating the azo-molecules with the higher polarity and rigidity, with a Tg of 

48 °C as compared, for example, to 36 °C Tg of the azo90-Psi. 

A first conclusion can be drawn from these observations when correlated to cell behavior 

described above. While the relatively flat surface of the azoNO283-Psi film promotes cell 

adhesion and proliferation, the higher spatial modulation frequencies shown for azo63-Ad18-

Psi appear also to favor the cell development, as compared to the intermediate spatial surface 

modifications undergone by the azo90-Psi film. This confirms the importance of the polymer 

physical and chemical structure on the cell growth and explains the differences observed 

between various polymer samples. 

To dissociate the effect of chemical and rheological signals sent to cells from the film 

topography influence, surfaces presenting a good stability in the presence of water have to be 

produced. The stability of polymer films in aqueous media is a critical parameter requiring the 

engineering of specific substrates, a main problem being the exfoliation of the films following 

https://www.sciencedirect.com/topics/chemistry/glass-substrate
https://www.sciencedirect.com/topics/chemistry/glass-substrate
https://www.sciencedirect.com/topics/chemistry/point-group-t


water infiltration between the polymer and the substrate surface. A solution employed by 

Barillé et al. consists in increasing the substrate hydrophobicity through silanization of its 

surface [31]. Another strategy employed here relies on the use of polymethyl methacarylate 

(PMMA) as substrates for the films presenting a higher hydrophobicity than the glass 

substrates employed. 

The influence of water on the surface properties of an azo90-Psi film realized onto a PMMA 

substrate is represented in Fig. 8. 

 

Fig. 8. AFM image of an azo90-Psi film surface before (left) and after 20 h exposition to 

water (right). 

The film was realized onto a PMMA substrate. 

The films have similar roughness of 9.2 nm before water exposure and 8.3 nm following 20 h 

exposure to water. The thin structures visible on the pictures correspond to the substrate 

topography which is transferred to the film surface. The use of this hydrophobic PMMA 

substrate stabilizes the surface. In the present case we expect also the solubilization of a 

superficial layer of the substrate to occur during the film coating (realized by spin coating 

from a trichloro-1,1,2-ethane solution) resulting in an improved adhesion of the polymer film 

to the substrate. 

The influence on the cells development of the substrate employed to layer the films is 

observed in Fig. 9, showing the azo90-Psi and azo63-Ad18-Psi films with thicknesses 

between 700 and 850 nm. 
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Fig. 9. Immunofluorescence microscopy images of cells grown on azo90-Psi and azo63-

Ad18-Psi films. Each film was laid on either glass (left) or PMMA (right) substrates. The cell 

nuclei appear in blue and the cytoskeleton elements in green for actin and red for tubulin. (For 

interpretation of the references to color in this figure legend, the reader is referred to the web 

version of this article.) 

For the azo90-Psi film a more stable surface appears to result in a lower compatibility of the 

film with the cells, since a reduced number of cells were evidenced on the film laid on 

PMMA. This indicates that the modulation of the film surface may improve the cell adhesion 

properties of this polymer. An opposite behavior was observed for the azo63-Ad18-Psi film, 

an increased cell adhesion and proliferation rate being obtained for the film on PMMA. 

This experiment clearly shows the possibility to influence the cell culture development by 

modifying the film topography of a material with a certain chemical structure. The next step 

will be the investigation of controlled topographic modifications induced optically with the 

aim to demonstrate the possibility to influence the cell development. In this respect the 

spontaneous modulation undergone by the films when exposed to water gives a first 

indication of surface modulation parameters favoring the cell adhesion and proliferation. 

The possibility to modulate dynamically the surface properties with an optical excitation 

along with the chemical and physical properties through chemical engineering, is an original 

feature of this class of biomaterials, opening new opportunities for the investigation of the 

dynamics of the cell–environment interactions. 

An important parameter to be taken into account in further experiments concerns the effect of 

the film thickness. For the films investigated here with thicknesses ranging from a few 

hundreds of nanometers to the micrometer range, the mechanical properties, i.e. the film 

elasticity and viscosity, are strongly influenced by the substrate and are different from the 

bulk properties. We have recently evidenced important modifications of the elasticity 

modulus magnitude of azo-polysiloxane films with different chemical compositions as a 

function of the film thickness. While the films exhibit an elastic behavior with a modulus in 
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the MPa domain for thickness of several hundreds of micrometers, they are acting like rigid 

bodies with an elasticity modulus reaching the GPa domain when the thickness is reduced to 

several hundreds of nanometers [64]. 

Besides showing different surface behaviors when exposed to water, polymer films with 

different thickness are thus expected to influence the cellular adhesion and migration 

differently. As well, the effect of the materials elasticity can be investigated through the 

synthesis of materials presenting different Tg above or below the 37 °C operating temperature. 

Further experiments are currently under way. 

5. Micellar structures 

Using specific hydrophilic groups as additional chemical function incorporated onto the azo-

polysiloxanes, materials which are able to self-assemble as micellar structures in aqueous 

environments can be produced. The aggregation capacity of amphiphilic azo-polysiloxanes 

have been evidenced in previous studies [65]. Compared to block copolymers, in the case 

shown here, the hydrophilic additional chemical functions and the hydrophobic azobenzene 

molecules are statistically distributed along the polysiloxane chains. A possible explanation of 

the micellar aggregation capacity can be provided by the flexibility of the polysiloxane main-

chain enabling the arrangement of the hydrophilic and the hydrophobic groups on both sides 

of the polymeric chain. 

The incorporation of azo-molecules within such polymeric architectures can provide an 

optical triggering mechanism to control the assemblies aggregation/disaggregation process, 

through the isomerization induced dipolar changes of the molecules [2], [66], [67]. Combined 

with their loading capacity of small molecular units, these optically responsive polymeric 

systems offer promising perspectives for drug delivery applications. 

An illustration is given in this section with a copolymer (IM24) based on a polysiloxane 

incorporating in the side chain the photo-active 4-phenylazophenol molecule and a triethyl 

amine as the hydrophilic group with a 30% and 7% substitution degree respectively. The 

chemical structure of the polymer is depicted in Fig. 10. The synthesis procedure of similar 

polymers using different tertiary amines was detailed previously [66], [68]. 

 

Fig. 10. Chemical structure of an amphiphilic azo-polymer (IM24). 

The amphiphilic azo-polymers aggregation capacity can be evaluated with the classical 

method using pyrene fluorescence spectroscopy [69]. The critical concentration of 
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aggregation (CCA) value is calculated monitoring the evolution of the first (I1) and the third 

(I3) vibrational peaks intensity corresponding to the fluorescence emission spectrum of 

pyrene, which ratio depends on the environment polarity (Fig. 11) [70]. 

 

Fig. 11. (a) Fluorescence emission spectra for pyrene in water and in the hydrophobic core of 

micelles. The chemical structure of the pyrene is also given. (b) Plot of the I1/I3 ratio 

evolution as a function of polymer concentration in water for sample IM 24. 

In aqueous solution, the I1/I3 ratio value corresponding to the free pyrene (not incorporated in 

the micelles) is located in the range 1.70–1.75. The evolution of the I1/I3 ratio with the 

polymer concentration indicates aggregation starts for concentrations higher than 10
−3

 g L
−1

: 

the value of the I1/I3 ratio around 1.7 below this concentration is progressively decreasing for 

increasing concentrations reflecting the progressive encapsulation of the pyrene molecules 

into the hydrophobic core of the forming aggregates. 

The CCA value is estimated as the first inflexion point of the curves. The CCA is situated in a 

low concentration domain between 10
−2

 and 10
−3

 g L
−1

 what can be explained by the presence 

in the polymer side-chain of azobenzenic hydrophobic groups, with a high aggregation 

tendency [71]. 

The presence of micellar structures is also confirmed by Dynamic Light Scattering (DLS) and 

Scanning Electron Microscopy (SEM) as shown in Fig. 12. 
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Fig. 12. (a) DLS curves for a 0.25 g L
−1

 solution in water of sample IM 24 and (b) SEM 

image obtained after evaporation of a droplet from a 0.25 g L
−1

 solution of same sample. 

For a 0.25 mg mL
−1

 polymer concentration, the solution is characterized by a large population 

with aggregates sizes centered around 200 nm. The high polydispersity of the solution is also 

confirmed by the SEM images showing the presence of both large and small size aggregates 

exhibiting circular or more elongated shapes. 

The polymeric micelles ability to encapsulate and release small molecules when an optical 

excitation is applied to the azo-molecules can be monitored in real time, using fluorescent 

molecules whose fluorescence intensity is quenched in polar environments. In our experiment, 

fluorescent Nile Red was incorporated in the polymeric aggregates and continuously excited 

at 550 nm wavelength. The red shifted emission of the molecule centered around 600 nm 

enables indeed to use an excitation wavelength outside the absorption range of the azo-

molecules. 

Fig. 13 represents the variation of the Nile Red emission at 640 nm under continuous 

excitation at 550 nm, as a function of time, in a water solution containing the polymer at 

0.015 mg mL
−1

. The evolution of the Nile Red emission was investigated using additional 

illumination of the azobenzene molecule in the UV range (full symbols). The evolution of the 

Nile Red emission under the same excitation conditions in a non photo-active test sample 

made of a polysiloxane incorporating only dimethylamino ethanol units with 17% substitution 

degree as the hydrophilic group is also shown (empty symbols). 
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Fig. 13. Variation as a function of time of the fluorescence intensity at 640 nm, for micelles 

with encapsulated Nile Red in water. The solution is exposed to a 550 nm continuous 

illumination (excitation of the Nile Red). UV irradiation (excitation of the azo-molecules) is 

added after 50 s. The Nile Red chemical structure is also given. 

For the sample with photo-sensitive micelles, a stable signal for the first 60 s is observed until 

the exposure to UV light leading to a sharp decrease of the Nile Red fluorescence intensity 

followed by a slower decrease. This intensity decrease is attributed to the modification of the 

Nile Red environment polarity resulting from a release of the Nile Red molecules in the water 

following disruption of the micelles. An increase of the micelles core polarity induced by azo-

molecules isomerizations without a destruction of the micelles may as well contribute to the 

observed decrease of intensity. 

We also observe that the UV illumination of the non-sensitive micelles does not result in a 

modification of the Nile Red fluorescence intensity confirming that the observed decrease of 

the fluorescence intensity for the photo-sensitive sample is not due to a degradation of the 

fluorescent molecule under the UV irradiation. 

The excitation with UV produces additional fluorescence of the Nile Red molecule appearing 

as an offset which has been suppressed in the graphs. 

The chemical structure of the materials will have a strong influence on the organizational 

properties of the polymer chains in solution, in particular through the ratio between the 

hydrophobic azobenzene and the hydrophilic amine and the chain polymer length. Tuning of 

the hydrophilic/hydrophobic balance by modifying the content ratio of the azobenzene and 

amine molecules can impact the size, the CCA and the stability of the nanostructures in 

solution. Chemical engineering provides thus an efficient mean to optimize the properties of 

the materials for drug delivery applications. For example, increasing the amine content led to 

an improved stability of the micelles but with a consequent reduction of their diameter down 

to 20 nm with an expected impact on the loading capacity. As well, the disruption dynamics 

and efficiency under optical excitation will be affected by the chemical structure. More 

detailed results will be reported in a further publication. 
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6. Conclusion 

We have shown here the potential of azo-polysiloxanes for biological applications in at least 

two main directions. Depending on their chemical structure, the polymers can be used as thin 

films or can self-assemble as nanoparticles when dispersed in aqueous solutions. In the first 

case, the polymers can provide optically active supports to facilitate our understanding of the 

complex mechanisms involved in the interaction between cells and their environment. In the 

second case the aim is to produce nanoparticles able to encapsulate active substances with a 

perspective for drug delivery applications. 

A specificity of azo-polymers is the real time control of the films topographic properties 

provided by the underlying photo-induced mass transport mechanism. Reversible nano and 

micro-patterns can be produced on the surface of azo-polymer films through a single step 

exposure to an interference pattern enabling a dynamic control on the film surface. The 

originality of the studies presented here relies on the fine control over the materials properties, 

which can be obtained through the incorporation of azo-molecules and additional chemical 

functions with controlled substitution degrees. Besides tuning the films opto-mechanical 

properties and surface modifications stability, films with different chemical compositions can 

be used in cell cultures. In this respect we demonstrated a good compatibility of our materials 

with biological cells. The chemical structure and the film topography have shown a strong 

influence on the cell morphology and development. In this respect the stability of the 

polymers surface when exposed to water is also a key parameter for the cell adhesion and 

proliferation and can be controlled by the chemical composition of the material. Stabilization 

of the film surface under aqueous media can be improved by adapting the film substrate. 

Materials self-assembling in aqueous solvents as nanoparticles, which are able to encapsulate 

molecules have also been introduced. The possibility to optically destabilize the polymer 

chains 3-dimensional organization resulting in the triggered release of the encapsulated 

molecules in solution has been demonstrated. Optimization of the particles properties, i.e. 

stability, loading capacity and materials aggregation/disruption dynamical properties will 

require further investigations to correlate the materials chemical structure and organizational 

properties. 
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