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This work reports the Calphad modelling of the Cr-Nb-Sn-Zr quaternary system. In a previous paper, the thermodynamic modelling of the Cr-Nb-Sn system has been presented. Since no experimental data were available for the Cr-Sn-Zr ternary system, new experimental data are provided, within this study, on the isothermal section at 900 °C. A ternary C14 phase has been identified on the Sn-poor side of the phase diagram. In addition to these experimental data, Density Functional Theory (DFT) calculations are carried out in order to determine formation enthalpies of the stable and metastable phases. At last, the Special Quasirandom Structures (SQS) method is jointly used with DFT calculations in order to estimate the mixing enthalpies of the A2 and A3 binary solid solutions. Finally, these experimental and calculated data in addition to those from the literature, are used as input data for the Calphad modelling of the Cr-Zr, Nb-Zr and Sn-Zr binary systems and the Cr-Nb-Zr, Cr-Sn-Zr and Nb-Sn-Zr ternary systems. A complete database for the Cr-Nb-Sn-Zr quaternary system is provided.

Introduction

Zirconium alloys are mainly used as fuel cladding and structural materials in Light Water Reactors (LWR) because of their very low thermal neutron absorption coefficient, their excellent mechanical properties and corrosion resistance and the relative stability of their properties under irradiation [START_REF] Lemaignan | Zirconium Alloys in Nuclear Applications[END_REF][START_REF] Mardon | Matériaux des tubes de gainage pour réacteurs à eau pressurisée[END_REF]. In order to improve significantly the behaviour of the claddings, both in nominal and accidental conditions, it appears useful to have a better control of the microstructure and phase transformations occurring in these alloys, as a function of temperature and composition. In this frame, a new thermodynamic database dedicated to Zirconium alloys is being developed using the Calphad approach, considering the five following elements Zr, Cr, Fe, Nb, Sn. The novelty of this work relies on the systematic use of the Density Functional Theory (DFT) calculations for the reassessment of the individual binary and ternary subsystems. This paper presents the Calphad modelling of the Cr-Nb-Sn-Zr quaternary system. In a previous paper [START_REF] Lafaye | Thermodynamic modelling of the Cr-Nb-Sn system[END_REF], we have already presented the thermodynamic modelling of the Cr-Nb-Sn ternary system based on new experimental and calculated data, reassessing the Cr-Nb, Cr-Sn and Nb-Sn binary systems. The Calphad modelling of the Cr-Nb-Sn system is taken from this paper [START_REF] Lafaye | Thermodynamic modelling of the Cr-Nb-Sn system[END_REF], including a new description of the Cr-Sn system. In the present study, a partial isothermal section of the Cr-Sn-Zr system was determined at 1173 K. Note that, to our knowledge, no previous experimental data was available for this ternary system before the present work. This isothermal section exhibits a ternary C14 phase on the Sn-poor region. In addition to the new experimental determination, we provide new DFT calculations of the formation enthalpies of all the quaternary end-members of the C14, C15 and C36 phases; of all the end-members of the A15 phase in the Nb-Sn-Zr system; and of η and ZrSn 2 in the Sn-Zr system. DFT calculations on Special Quasirandom Structures (SQS) were performed to determine the mixing enthalpies of the A2 and A3 binary solid solutions. As it will be discussed in section 4.3.2, a recent publication dedicated to the Calphad modelling of the Sn-Zr system [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] is available in the literature. Unfortunately, Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] used the formation enthalpies measured by Meschel et al. [START_REF] Meschel | Standard enthalpies of formation of some 3d, 4d and 5d transition-metal stannides by direct synthesis calorimetry[END_REF] that exhibit very large deviations from publications [START_REF] Baykov | Structural stability of intermetallic phases in the Zr-Sn system[END_REF][START_REF] Lumley | The stability of alloying additions in Zirconium[END_REF][START_REF] Liu | Insight into structural, mechanical, electronic and thermodynamic properties of intermetallic phases in Zr-Sn system from first-principles calculations[END_REF] and from our own DFT calculations. For the Nb-Zr system, a very thorough description is available in the literature [START_REF] Guillermet | Thermodynamic Analysis of the Stable Phases in the Zr-Nb System and Calculation of the Phase-Diagram[END_REF]. Nevertheless, their authors have rejected some measurements of the monotectoid reaction which appear to be reliable due to a lower oxygen contamination of the samples. Moreover, a recent measurement of the monotectoid reaction temperature [START_REF] Kim | Phase boundary of the Zr-rich region in commercial grade Zr-Nb alloys[END_REF] shows important gap with the optimized one. At last, a very careful and recent publication dedicated to the Calphad modelling of the Cr-Zr system [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] is available in the literature.

Unfortunately, Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] used a two-sublattice model for the description of the C14 and C36 Laves phases that is not compatible with our database. Thus, the Cr-Zr, Nb-Zr and Sn-Zr binary systems have been reassessed.

The first part of this paper is dedicated to the literature survey of the binary systems; the second part is dedicated to the methodology of our approach and the third part to our results and the Calphad modelling of the different sub-systems of the quaternary system.

Literature survey

The Cr-Zr binary system

Experimental data

The Cr-Zr system has been studied by many researchers [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF][START_REF] Pavlu | Stability of Laves phases in the Cr-Zr system[END_REF][START_REF] Zeng | Thermodynamic Modeling of the Laves Phases in the Cr-Zr System[END_REF][START_REF] Domagala | System Zirconium-Chromium[END_REF][START_REF] Gebhardt | Zirconium-Tantalum-Chromium-System[END_REF][START_REF] Shen | On Transformation of ZrCr2[END_REF][17][START_REF] Rumball | Phase Equilibria in Zirconium-Rich Zirconium-Chromium-Oxygen Alloys[END_REF][19][START_REF] Petkov | Laves Phases in the System Zirconium-Chromium[END_REF][21][START_REF] Arias | The Cr-Zr System[END_REF][START_REF] Sun | Ab initio calculation of the phase stability, mechanical properties and electronic structure of ZrCr2 Laves phase compounds[END_REF][START_REF] Chen | Ab initio study of ground-state properties of the Laves phase compounds TiCr2, ZrCr2 and HfCr2[END_REF]. This system includes three intermetallic phases, the C15, C36 and C14 Laves phases, ordered at Cr 2 Zr stoichiometry.

This system presents two eutectic reactions, one eutectoid reaction and two metatectic reactions. Domagala et al. [START_REF] Domagala | System Zirconium-Chromium[END_REF], Gebhardt et al. [START_REF] Gebhardt | Zirconium-Tantalum-Chromium-System[END_REF] and Rumball et al. [START_REF] Rumball | Phase Equilibria in Zirconium-Rich Zirconium-Chromium-Oxygen Alloys[END_REF] determined the solubility of the terminal solid solutions on the Zr-rich side. In addition, Domagala et al. [START_REF] Domagala | System Zirconium-Chromium[END_REF] and Svechnikov et al. [19] measured the solidus on the Zr-rich side. The liquidus temperatures were measured between the two eutectic reactions by Budberg et al. [17] and Petkov et al. [START_REF] Petkov | Laves Phases in the System Zirconium-Chromium[END_REF]. In addition, Petkov et al. [START_REF] Petkov | Laves Phases in the System Zirconium-Chromium[END_REF], Shen et al. [START_REF] Shen | On Transformation of ZrCr2[END_REF] and Nemoshkalenko et al. [21] determined the homogeneity range of the Laves phases. Petkov et al. [START_REF] Petkov | Laves Phases in the System Zirconium-Chromium[END_REF] measured the temperatures of the two metatectic reactions. Moreover, these researchers have reported the existence of the C36 phase. A detailed bibliographic review of this system was carried out by Arias et al. [START_REF] Arias | The Cr-Zr System[END_REF]. More recently, Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] conducted new measurements of the Cr solubility in the terminal solid solutions on the Zr-rich side and of the homogeneity range of the C15 phase. In addition, Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] are the first authors to have published measurements of the Zr solubility in Cr.

Thermodynamic data

Sun et al. [START_REF] Sun | Ab initio calculation of the phase stability, mechanical properties and electronic structure of ZrCr2 Laves phase compounds[END_REF], Chen et al. [START_REF] Chen | Ab initio study of ground-state properties of the Laves phase compounds TiCr2, ZrCr2 and HfCr2[END_REF], Pavlu et al. [START_REF] Pavlu | Stability of Laves phases in the Cr-Zr system[END_REF] and Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] have calculated the formation enthalpies of the end-members of the C15 Laves phase. Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] have also calculated the formation enthalpies of the end-members of the C14 and C36 Laves phases. In addition, Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] used the SQS method to determine the mixing enthalpy of the A2 and A3 solid solutions.

Thermodynamic assessment

Many researchers have performed thermodynamic modelling of the Cr-Zr system [START_REF] Kaufman | The Cr-Zr system[END_REF][START_REF] Kaufman | Treatise on Solid State Chemistry[END_REF][START_REF] Chart | Thermodynamically Calculated Phase-Diagram for the Co-Cr-Zr System[END_REF]. More recently, Pavlu et al. [START_REF] Pavlu | Stability of Laves phases in the Cr-Zr system[END_REF] re-evaluated this system according to their own DFT calculations.

Finally, Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] supplemented the literature with new experimental and calculated data and re-modelled the system.

The Nb-Zr binary system

Experimental data

The Nb-Zr system exhibits a miscibility gap in the bcc phase and a monotectoid reaction.

The miscibility gap has been measured by Flewitt [START_REF] Flewitt | Reassessment of Monotectoid Loop (beta-Nb+beta-Zr) in Niobium-Zirconium System[END_REF] and Van Effenterre [START_REF] Van Effenterre | Rapport CEA-R-4390[END_REF]. The durations of the annealing treatments performed by Flewitt [START_REF] Flewitt | Reassessment of Monotectoid Loop (beta-Nb+beta-Zr) in Niobium-Zirconium System[END_REF] were superior to 6500 h. Flewitt [START_REF] Flewitt | Reassessment of Monotectoid Loop (beta-Nb+beta-Zr) in Niobium-Zirconium System[END_REF] has reported a temperature of the monotectoid reaction of 620 ± 10 ° C. This value is in good agreement with those of Rogers et al. [START_REF] Rogers | Zirconium-Columbium diagram[END_REF], Knapton [START_REF] Knapton | Niobium and Tantalum Alloys[END_REF], Lundin et al. [START_REF] Lundin | The determination of the equilibrium phase diagram Zirconium-Niobium[END_REF] and Van Effenterre [START_REF] Van Effenterre | Rapport CEA-R-4390[END_REF]. On the other hand, the measurements of Dwight [START_REF] Dwight | Alloying behaviour of Columbium[END_REF] and Richter et al. [START_REF] Richter | Constitution of Zirconium-Niobium alloys[END_REF] report a lower temperature (585 ° C and 590 ° C respectively) probably due to a lower oxygen contamination of the samples. More recently, Kim et al. [START_REF] Kim | Phase boundary of the Zr-rich region in commercial grade Zr-Nb alloys[END_REF] have also reported a temperature of the monotectoid reaction of 585 °C. The solidus and the liquidus were measured by Rogers et al. [START_REF] Rogers | Zirconium-Columbium diagram[END_REF] and Lundin et al. [START_REF] Lundin | The determination of the equilibrium phase diagram Zirconium-Niobium[END_REF]. The solubility of Nb in α-Zr has been measured by Van Effenterre [START_REF] Van Effenterre | Rapport CEA-R-4390[END_REF].

Thermodynamic data

To our knowledge, no measurements of thermodynamic data are reported for this system. The mixing enthalpies of the bcc and hcp solid solutions have been calculated by Miedema et al. [START_REF] Miedema | Cohesion in alloysfundamentals of a semi-empirical model[END_REF] and Colinet et al. [START_REF] Colinet | Trends in cohesive energy of transition metal alloys[END_REF].

Thermodynamic assessment

To our knowledge, the only thermodynamic modelling available for this system is the one of Guillermet in 1991 [START_REF] Guillermet | Thermodynamic Analysis of the Stable Phases in the Zr-Nb System and Calculation of the Phase-Diagram[END_REF].

The Sn-Zr binary system

Experimental data

The Sn-Zr system has been experimentally studied by Kwon et al. [START_REF] Kwon | The Zirconium-Tin System, with Particular Attention to the Zr5Sn3-Zr5Sn4 Region and Zr4Sn[END_REF] considering the experimental work of Mc Pherson et al. [START_REF] Mcpherson | The System Zirconium-Tin[END_REF], Speich et al. [39], Gran et al. [START_REF] Gran | The Crystal Structures of Zr5Sn3 and Zr3Sn[END_REF], Carpenter et al. [START_REF] Carpenter | The Aging Response of Zirconium-Tin Alloys[END_REF], Arias et al. [START_REF] Arias | The Solubility of Tin in Alpha-Zirconium and Beta-Zirconium Below 1000-Degrees-C[END_REF] and Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF]. This phase diagram includes three intermetallic phases: the ZrSn 2 phase, the A15 phase (Zr 4 Sn) and the η phase between the Zr 5 Sn 3 and Zr 5 Sn 4 compositions.

Mc Pherson et al. [START_REF] Mcpherson | The System Zirconium-Tin[END_REF] studied this system between 600 °C and 1500 °C. They have reported the existence of the A15 phase but also the Zr 5 Sn 3 and ZrSn 2 compounds. These authors also measured the solubility in the terminal solid solutions on the Zr-rich side. These measurements were supplemented by those of Speich et al. [39], Carpenter et al. [START_REF] Carpenter | The Aging Response of Zirconium-Tin Alloys[END_REF], Arias et al. [START_REF] Arias | The Solubility of Tin in Alpha-Zirconium and Beta-Zirconium Below 1000-Degrees-C[END_REF] and more recently by Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF]. Arias et al. [START_REF] Arias | The Solubility of Tin in Alpha-Zirconium and Beta-Zirconium Below 1000-Degrees-C[END_REF] determined that the A15 phase is not stoichiometric but exhibit a small homogeneity range. Kwon et al. [START_REF] Kwon | The Zirconium-Tin System, with Particular Attention to the Zr5Sn3-Zr5Sn4 Region and Zr4Sn[END_REF] have shown that the η phase has two different prototypes: Mn 5 Si 3 for Zr 5 Sn 3 composition and Ti 5 Si 4 for Zr 5 Sn 4 composition. These two structures are extremely close. Indeed, they have the same space group (P6 3 /mmc), and only differ from each other by the occupation of site 2b: not occupied in the first case, and completely occupied by Sn in the second case. At high temperature, a homogeneity range has been reported between these compounds [START_REF] Kwon | The Zirconium-Tin System, with Particular Attention to the Zr5Sn3-Zr5Sn4 Region and Zr4Sn[END_REF], corresponding to the partial occupation of site 2b. At low temperature, a miscibility gap is observed [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF][START_REF] Kwon | The Zirconium-Tin System, with Particular Attention to the Zr5Sn3-Zr5Sn4 Region and Zr4Sn[END_REF]. It should also be noted that the congruent melting temperature of the η phase was established by Kwon et al. [START_REF] Kwon | The Zirconium-Tin System, with Particular Attention to the Zr5Sn3-Zr5Sn4 Region and Zr4Sn[END_REF] at 1983 °C. The A15 phase is stable at 80 at % Zr, while the stoichiometric composition is 75 at% Zr. This shift on the Zr-rich side is explained by a substitution mechanism. Site 2a is occupied by Sn (80 at. %) and Zr (20 at. %) [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF].

More recently, Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] carried out new measurements of the invariant reactions of this system and measured the miscibility gap of the η phase. They showed the miscibility gap has not a symmetric shape.

Thermodynamic data

The formation enthalpy of the Zr 5 Sn 3 compound was measured by calorimetry by Meschel et al. [START_REF] Meschel | Standard enthalpies of formation of some 3d, 4d and 5d transition-metal stannides by direct synthesis calorimetry[END_REF] at 1473 K. More recently, Baykov et al. [START_REF] Baykov | Structural stability of intermetallic phases in the Zr-Sn system[END_REF] have reported the DFT calculation of the formation enthalpies of the intermetallic phases of this system. The value calculated by Baykov et al. [START_REF] Baykov | Structural stability of intermetallic phases in the Zr-Sn system[END_REF] strongly disagrees with the measurements of Meschel et al. [START_REF] Meschel | Standard enthalpies of formation of some 3d, 4d and 5d transition-metal stannides by direct synthesis calorimetry[END_REF]. Thus, Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] performed a homothetic transformation of the DFT calculations of Baykov et al. [START_REF] Baykov | Structural stability of intermetallic phases in the Zr-Sn system[END_REF] in order to match the experimental value measured by Meschel et al. [START_REF] Meschel | Standard enthalpies of formation of some 3d, 4d and 5d transition-metal stannides by direct synthesis calorimetry[END_REF]. Very recently, Lumley et al. [START_REF] Lumley | The stability of alloying additions in Zirconium[END_REF] and Liu et al. [START_REF] Liu | Insight into structural, mechanical, electronic and thermodynamic properties of intermetallic phases in Zr-Sn system from first-principles calculations[END_REF] carried out new DFT calculations of the formation enthalpies on the intermetallic compounds of this system. Their calculations were found to be in very good agreement with those of Baykov et al. [START_REF] Baykov | Structural stability of intermetallic phases in the Zr-Sn system[END_REF].

Thermodynamic assessment

Several thermodynamic evaluations are available for the Sn-Zr system [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF][START_REF] Subasic | Thermodynamic evaluation of Sn-Zr phase diagram[END_REF][START_REF] Dupin | A thermodynamic database for zirconium alloys[END_REF]. The most recent is that of Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF].

The Cr-Nb-Zr ternary system

Experimental data

The Cr-Nb-Zr system has been experimentally investigated by Kim et al. [START_REF] Kim | Laves phase fields in Cr-Zr-Nb and Cr-Zr-Hf alloy systems[END_REF], Kornilov et al. [START_REF] Kornilov | Equilibrium phase diagram for the NbCr2-ZrCr2 metallic compound system[END_REF] and Wang et al. [START_REF] Wang | Experimental investigation of phase equilibria in the Zr-Nb-Cr system at 1573 K and 1373 K[END_REF]. Kim et al. [START_REF] Kim | Laves phase fields in Cr-Zr-Nb and Cr-Zr-Hf alloy systems[END_REF] and Wang et al. [START_REF] Wang | Experimental investigation of phase equilibria in the Zr-Nb-Cr system at 1573 K and 1373 K[END_REF] have measured the isothermal section at 1100 °C and 1300 °C in the Cr-rich part. Their measurements are in a very good agreement with each other. Kornilov et al. [START_REF] Kornilov | Equilibrium phase diagram for the NbCr2-ZrCr2 metallic compound system[END_REF] determined an isopleth section at 66 at.% Cr. The isothermal section also reveals the existence of a wide two-phase domain C15 + bcc.

Thermodynamic data

To our knowledge, there are no experimental or calculated thermodynamic data related to the Cr-Nb-Zr ternary system.

Thermodynamic assessment

The Cr-Nb-Zr system was recently modelled by Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF]. These researchers have reassessed the Cr-Nb and Cr-Zr systems on the basis of their own DFT and SQS calculations.

The Nb-Sn-Zr ternary system

Experimental data

The first study devoted to the Nb-Sn-Zr system was carried out by Ivanov et al. [START_REF] Ivanov | Structure and properties of zirconium alloys[END_REF]. They have measured the Sn-poor region of the isothermal section between 500 °C and 1050 °C.

Later, Soboleva et al. [START_REF] Soboleva | Physicochemical investigation of the ternary system niobium-zirconium-tin[END_REF] experimentally determined the isothermal section at 950 °C. However, their measurements strongly disagree with those of Ivanov et al. [START_REF] Ivanov | Structure and properties of zirconium alloys[END_REF] and many references are missing. In addition, the isothermal section determined by Soboleva et al. [START_REF] Soboleva | Physicochemical investigation of the ternary system niobium-zirconium-tin[END_REF] shows an abnormal extension of the bcc solid solution of the Nb-Zr system. Therefore, Korotkova [START_REF] Korotkova | PHASE EQUILIBRIA IN THE Zr-Nb-Sn SYSTEM[END_REF] performed new measurements of the isothermal section at 500, 725, 850, 950 and 1050 ° C of the Sn-poor region of this system. The measurements of Korotkova [START_REF] Korotkova | PHASE EQUILIBRIA IN THE Zr-Nb-Sn SYSTEM[END_REF] exhibit very good agreements with those of Ivanov et al. [START_REF] Ivanov | Structure and properties of zirconium alloys[END_REF].

This system is characterized by the presence of a miscibility gap in A15 phase between Nb 3 Sn and Zr 4 Sn compositions.

Thermodynamic data and assessment

To our knowledge, there exist neither experimental nor calculated thermodynamic data, nor thermodynamic modelling related to the Nb-Sn-Zr ternary system.

Methodology

Experimental details

The samples were prepared from high purity metals (Cr from Alfa Aesar (99.99%), Sn from Alfa Aesar (99.8%) and Zr "Van Arkel" (55ppm of oxygen) from LTMEX-CEA) by arc melting under argon atmosphere. The alloys were melted five times and turned upside down between each melting. The weight losses were not significant. The samples were then wrapped in molybdenum sheets (less reactive than Ta with the possible presence of liquid Sn) and placed in a silica tube sealed under argon. After annealing, the alloys were quenched by immersion into cold water. Each sample was characterized by XRD at room temperature after crushing it into a fine powder and EPMA after polishing another part of the sample. The diffractograms were measured on a Bruker D8-Advance equipped with a graphite monochromator in the diffracted beam working with the Cu K α radiation (Bragg-Brentano geometry, 2 range: 10-120°, step: 0.04°, time per step: 20s). They were analyzed by the Rietveld method to characterize the different present phases (Fullprof program). The EPMA is a Cameca SX-100. The standards are the pure elements. The analysis of each phase was performed through 30-100 measurements done in different location of the sample surface. The details of samples composition and heat treatment are given in Table 6.

DFT calculations

The total energies of all the C14, C15, C36, A15, η and ZrSn 2 structures have been calculated within the framework of the DFT. About the C14, C15 and C36 phases, all ordered compounds have been considered by distributing the four individual atoms on each nonequivalent site. The C15 phase is modelled with two-sublattice (SL) yielding the generation of 4²=16 end-members. The C14 and C36 phases are modelled with three-SL yielding the generation of 4 3 =64 end-members. The A15 is modelled with two-SL in the Nb-Sn-Zr system, yielding to the generation of 3 2 =9 end-members. The η phase is modelled with 3-SL in the Sn-Zr system (only one having a variable composition) yielding the generation of 2 1 =2 end-members. All these calculations could be done automatically using the ZenGen code [START_REF] Crivello | ZenGen, a tool to generate ordered configurations for systematic first-principles calculations: The Cr-Mo-Ni-Re system as a case study[END_REF] which provides all the necessary DFT input files using the Vienna Ab-Initio Simulation Package (VASP) [START_REF] Kresse | Efficient iterative schemes for ab initio total-energy calculations using a plane-wave basis set[END_REF][START_REF] Kresse | From ultrasoft pseudopotentials to the projector augmented-wave method[END_REF].

DFT calculations were done by using the generalized gradient approximation (GGA) with the Perdew-Burke-Ernzerhof (PBE) [START_REF] Perdew | Generalized Gradient Approximation Made Simple[END_REF] functional and with projector augmented wave (PAW) pseudo-potentials (PP). The standard potentials of the pure elements were used with 6, 11, 4 and 12 valence electrons for Cr, Nb, Sn and Zr respectively. The calculations are made with a cutoff energy of 600 eV for the plane wave basis set. A dense grid of k-points in the Brillouin zone was used with 16 x 16 x 16 k-points meshing for the C15 and A15 cubic phases, 16 x 16

x 10 k-points meshing for the C14 and C36 hexagonal phases, 15 x 15 x 22 k-points meshing for the η phase and 19 x 11 x 11 k-points meshing for the ZrSn 2 phase. The relaxation of both lattice parameters and internal atomic position were performed and the convergence is reached for Hellman-Feynman forces less than 1 meV / Å. After relaxation, the total energies have been finally calculated using the linear tetrahedron method with Blöchl corrections [START_REF] Blöchl | Projector augmented-wave method[END_REF].

With respect to the low temperature magnetic state of Cr the calculations are performed with spin polarization.

The formation enthalpy is obtained by subtracting the total energy of the structure calculated by DFT to the molar fraction weighted sum of the energies of the pure elements in their Stable Element Reference (SER, ground-state structures for Cr, Nb, Zr and Sn for Sn).

In order to determine the mixing enthalpies of the A2 and A3 binary solid solution, the SQS method was used [START_REF] Zunger | Special quasirandom structures[END_REF]. This method consists in generating a series of "special" configurations that reproduces the random disorder of a solid solution at a given composition with a limited number of atoms per unit cell. In the present work, the A2 structures have been considered for 0.25, 0.50 and 0.75 binary compositions using 16-atom supercells. Generated structures have been taken from the literature [START_REF] Jiang | First-principles study of binary bcc alloys using special quasirandom structures[END_REF][START_REF] Shin | Thermodynamic properties of binary hcp solution phases from special quasirandom structures[END_REF]. In addition, the 1/16 and 15/16 compositions were also considered to simulate diluted solutions. The mixing enthalpy is calculated by subtracting the total energy of the SQS structure calculated by DFT to the molar fraction weighted sum of the energies of the pure elements in the same structure as the solid solution structure.

Calphad methodology

The Gibbs energy of each phase is described with respect to the chosen sublattice model within the framework of the Compound Energy Formalism (CEF). For a phase α modelled with two-SL in the A B C ternary system, the total molar Gibbs energy is given by: where is the Gibbs energy surface of reference and represents the site occupancy weighted average molar Gibbs energy of the ordered structure. is defined by: With the site occupancy of species j on sublattice s and is the formation enthalpy at 0 K, is the formation entropy of the ordered configuration defined by the element i in the sublattice 1, the element j in the sublattice 2.

is the molar Gibbs energy of an ideal mixing, based on the number of possible arrangements of the constituents of the phase:

is the gas constant and the multiplicity of the sublattice s.

The excess Gibbs energy is:

where the excess parameters can be expressed as a Redlich-Kister polynomial.

Table 1 summarizes all the calculated phases, their crystallographic description and the selected sublattice model.

Results and discussion

4.1 The Cr-Zr binary system

DFT results

Fig. 1 shows the 0 K calculated formation enthalpies of the end-members of the C14, C15 and C36 Laves phase as a function of the mole fraction of zirconium, compared to data from literature.

The calculated mixing enthalpies of the A2 and A3 solid solutions are reported in Fig. 2 and compared with optimized values obtained in this work and from former assessments.

Selection of data

In this study, all the data we mentioned in the presentation of the system were considered.

Indeed, these data present good agreements between them and no incompatibility between the different studies has been revealed. In addition, we have considered our own DFT calculations of the formation enthalpies of the C14, C15 and C36 Laves phases as well as the calculations of the mixing enthalpies of the A2 and A3 solid solutions.

Calphad assessment

The starting values of the formation enthalpies of the Laves phases as well as the interaction parameters of the solid solutions were taken from our own DFT calculations.

First, we optimized the interaction parameters of the liquid phase. Regular, sub-regular and sub-sub-regular binary interaction parameters (order 2) were used with temperature dependence for each of these parameters.

The formation enthalpies and formation entropies of the stable end-members of the C14, C15

and C36 phases (Cr 2 Zr stoichiometry) were then optimized according to the literature data and giving a greater weight to our own calculations. On the other hand, the formation enthalpies of the metastable end-members were kept fixed to the values computed by DFT during the optimization procedure. In addition, no entropic term was used for the metastable endmembers.

The homogeneity range of the C15 phase was described using regular and sub-regular interaction parameters without temperature dependence. The homogeneity range of the C14 phase has been described using regular and sub-regular interaction parameters. On the other hand, the homogeneity range of the C36 phase was described without using any parameter.

Fig. 3 shows a good description of the experimental data points obtained by our set of parameters. The optimized parameters are given in Table 2.

Discussion

Our thermodynamic description of the Cr-Zr system was carried out using similar parameters as the one of Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF]. In addition, the phase diagram shown in Fig. 3 exhibits good agreement with the experimental data. Note that the description of Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] differs from ours only in the regions that have not been measured such as the solidus between 1400 °C and 1800 °C on the Cr-rich side. The optimized ground-state is in good agreement with our calculations and those of Sun et al. [START_REF] Sun | Ab initio calculation of the phase stability, mechanical properties and electronic structure of ZrCr2 Laves phase compounds[END_REF], Chen et al. [START_REF] Chen | Ab initio study of ground-state properties of the Laves phase compounds TiCr2, ZrCr2 and HfCr2[END_REF], Pavlu et al. [START_REF] Pavlu | Stability of Laves phases in the Cr-Zr system[END_REF] and Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] as shown in Fig. 1. Moreover, the mixing enthalpies we have optimized present a good agreement with our calculations as well as those of Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] as reported in Fig. 2. Finally, note that our description uses a three-SL model for the C14 and C36 Laves phases in contrast to the one of Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF].

The Nb-Zr binary system

DFT results

The calculated mixing enthalpy of the A2 and A3 solid solutions are reported in Fig. 4 and compared with optimized enthalpies obtained in this framework and with data from the literature.

Selection of data

All the experimental and calculated data we mentioned in the presentation of the system were considered. In addition, we have taken into account our own DFT calculations of the mixing enthalpies of the A2 and A3 solid solutions. Just note that a greater weight has been assigned

to the data of Dwight [START_REF] Dwight | Alloying behaviour of Columbium[END_REF] and Richter et al. [START_REF] Richter | Constitution of Zirconium-Niobium alloys[END_REF] compared to the other measurements of the monotectoid temperature due to the probable lower oxygen contaminations of the samples.

Calphad assessment

The starting values of all the parameters (except for the interaction parameters of the A2 solid solution) were taken from the former assessment of Guillermet [START_REF] Guillermet | Thermodynamic Analysis of the Stable Phases in the Zr-Nb System and Calculation of the Phase-Diagram[END_REF].

We have optimized the interaction parameters of the A2 and A3 solid solutions according to our DFT calculations and the data from the literature. For this purpose, regular and subregular binary interaction parameters with temperature dependence for the regular parameter were used for the A2 solid solution and a regular binary interaction parameter without temperature dependence was used for the A3 solution solid. The interaction parameters of the liquid phase were optimized according to the data of the literature. We used regular and subregular binary interaction parameters without temperature dependence. The formation enthalpies of the metastable end-members of the Laves phases were fixed to the values calculated by DFT. In addition, no entropic term was used for the metastable end-members.

Fig. 5 shows a good agreement between the calculated data and the experimental data points.

The optimized parameters are given in Table 3.

Discussion

Our thermodynamic description of the Nb-Zr system has been done using one more parameter than the one of Guillermet [START_REF] Guillermet | Thermodynamic Analysis of the Stable Phases in the Zr-Nb System and Calculation of the Phase-Diagram[END_REF]. Nevertheless, our description shows slightly better agreements with the experimental determination of the monotectoid temperature and the miscibility gap in the A2 phase than the one of Guillermet [START_REF] Guillermet | Thermodynamic Analysis of the Stable Phases in the Zr-Nb System and Calculation of the Phase-Diagram[END_REF] as shown in Fig 5 . Moreover, our thermodynamic assessment is in better agreement with our calculations of the mixing enthalpy of the A3 solid solution than the one of Guillermet [START_REF] Guillermet | Thermodynamic Analysis of the Stable Phases in the Zr-Nb System and Calculation of the Phase-Diagram[END_REF] as reported in Fig 4. The calculated mixing enthalpies of the A2 and A3 solid solutions are reported in Fig. 7 and compared with optimized values obtained in this work and from former assessments.

Selection of data

In this work, we have rejected the formation enthalpy measured by Meschel et al. [START_REF] Meschel | Standard enthalpies of formation of some 3d, 4d and 5d transition-metal stannides by direct synthesis calorimetry[END_REF] as well as the mixing enthalpy of the liquid phase reported by Valishev [59] and Sudavtsova [60].

Indeed, the values of Meschel et al. [START_REF] Meschel | Standard enthalpies of formation of some 3d, 4d and 5d transition-metal stannides by direct synthesis calorimetry[END_REF] were not considered because of the very strong disagreement with all the calculated values available in the literature and our own calculations. Further, since no EPMA measurements were made after the reaction, it is possible that the reaction was not complete or that a reaction occurred with the crucible.

The mixing enthalpy reported by Valishev [59] and Sudavtsova [60] were rejected because these measurements strongly disagrees with each other.

Calphad assessment

The formation enthalpies of the A15 and η phases as well as the binary interaction parameters of the A2 and A3 solid solutions were fixed to the values computed by DFT.

We optimized the interaction parameters of the liquid phase. For this purpose, regular and sub-regular binary interaction parameters were used with temperature dependence for the regular parameter. The formation enthalpy and entropy of ZrSn 2 , η and the stable end-member of the A15 phase were optimized according to the literature data and giving a greater weight to our own calculations. On the other hand, the formation enthalpies of the metastable endmembers of the C14, C15, C36 and A15 phase were kept fixed during the optimization procedure. In addition, no entropic term was used for the metastable end-members. The homogeneity range and the miscibility gap of the η phase have been optimized according to the experimental data reported by Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] and Mc Pherson et al. [START_REF] Mcpherson | The System Zirconium-Tin[END_REF]. Regular and sub-regular interaction parameters with temperature dependence were used. The A2 solid solution was described using regular and sub-regular interaction parameters with temperature dependence. The A3 solid solution has required the use of a regular, sub-regular and sub-subregular interaction parameter with temperature dependence for the regular and sub-regular interaction parameters.

Fig. 8 shows a good description of the experimental data points obtained by our set of parameters. The optimized parameters are given in Table 4.

Discussion

Our thermodynamic description of the Sn-Zr system has been done using comparable parameters as the one of Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF].

The calculated phase diagram reported in Fig. 8 presents a slightly better agreement with the experimental data points than the one modelled by Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] particularly for the homogeneity range of the A15 phase. Moreover, the optimized ground-state exhibit an excellent agreement with both the DFT calculations available in the literature and our own as shown in Fig. 6 contrary to the description of Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF]. Similarly, the mixing enthalpies we have optimized present a much better agreement with our DFT calculations than those reported by Perez et al. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF], as shown in Fig. 7 4. [START_REF] Perez | The Zr-Sn binary system: New experimental results and thermodynamic assessment[END_REF] The Cr-Nb-Zr ternary system

Calphad assessment

We have re-evaluated the Cr-Nb-Sn system only using two ternary interaction parameters.

Note that the description of the A2 solid solution was taken from Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF].

Results

The calculated isothermal section at 1300 °C of the Cr-Nb-Zr system is reported in Fig. 9.

Discussion

The thermodynamic modelling reported by Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] is in very good agreement with the various experimental studies. However, the choice of parameters used by Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] has to be discussed. Indeed, in order to describe the original shape of the C15 phase in the isothermal section at 1100 °C [START_REF] Kim | Laves phase fields in Cr-Zr-Nb and Cr-Zr-Hf alloy systems[END_REF], Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] used two binary interaction parameters for the C15 phase in the Nb-Zr system in addition to a ternary parameter. Since the C15 phase is not stable in the Nb-Zr system, the physical meaning of interaction parameters between two metastable end-members is not obvious and should be avoided. Moreover, the shape of the C15 phase is due to the repulsive character of bcc solid solution of the Nb-Zr system but also to the presence of the metastable C15-Nb 2 Zr compound close to the stability.

The thermodynamic modelling of the Cr-Nb-Zr reported here was carried out using less parameters than Lu et al. [START_REF] Lu | Thermodynamic modeling of Cr-Nb and Zr-Cr with extension to the ternary Zr-Nb-Cr system[END_REF] while presenting a comparable agreement with the experimental data points as represented in Fig. 9.

All the parameters we used and optimized are summarized in Table 5.

4.5

The Cr-Sn-Zr ternary system

Experimental results

Table 6 summarizes the chemical composition, annealing treatment and the structure and composition of the different phases of the Cr-Sn-Zr samples synthesized in the present work.

The calculated isothermal section at 900 °C of the Cr-Sn-Zr system is reported in Fig. 10. It is noteworthy that a ternary C14 phase was observed in the investigated equilibria.

Calphad assessment

The formation enthalpies of the ternary C14 end-members were fixed to the values computed by DFT. We optimized the entropic contribution of the ternary C14 end-member which composition is closer to that of the ternary C14 phase observed in this paper. In addition, a regular interaction parameter was used for the C14 phase.

Discussion

The calculated isothermal section reproduces the observed phase equilibria. Calculated compositions match the experimental ones to within ± 1 at.%.

All the parameters we used and optimized are summarized in Table 7.

4.6

The Nb-Sn-Zr ternary system

Calphad assessment

In order to model the Nb-Sn-Zr ternary system, all the phase equilibria reported by Ivanov et al. [START_REF] Ivanov | Structure and properties of zirconium alloys[END_REF] and Korotkova [START_REF] Korotkova | PHASE EQUILIBRIA IN THE Zr-Nb-Sn SYSTEM[END_REF] were considered.

The miscibility gap in the A15 phase was optimized using three ternary interaction parameters. In addition, we used a ternary interaction parameter to assess the homogeneity range of the A2 solid solution.

Results

The calculated isothermal sections at 950 °C and 1000 °C of the Nb-Sn-Zr system are reported in Fig. 11 and Fig. 12.

Discussion

Our thermodynamic modelling of the Nb-Sn-Zr system presents a reasonable agreement with the measurements of Ivanov et al. [START_REF] Ivanov | Structure and properties of zirconium alloys[END_REF] and Korotkova [START_REF] Korotkova | PHASE EQUILIBRIA IN THE Zr-Nb-Sn SYSTEM[END_REF] as shown in Fig. 11 and12. Just note that their samples were only characterized by X-ray diffraction without phase composition measurements. For example, the solubility of Zr in A15-Nb 3 Sn was not measured, resulting in very different possible interpretation of their data. Our description describes all the reported data.

All the parameters we used and optimized are summarized in Table 8.

Conclusions

The thermodynamic modelling of the Cr-Nb-Sn-Zr quaternary system has been performed using the Calphad approach according to our new experimental and calculated data. Note that the thermodynamic modelling of the Cr-Nb-Sn system was presented in a previous paper [START_REF] Lafaye | Thermodynamic modelling of the Cr-Nb-Sn system[END_REF] and the assessment of the Cr-Sn has since been slightly modified.

The experimental study has been carried out in order to determine several phase equilibria in the isothermal section at 900 °C of the Cr-Sn-Zr system, a system for which no experimental data was available. We have reported the existence of a ternary C14 phase in the Sn-poor region of the phase diagram.

Besides, the formation enthalpies of all the end-members of the C14 (3SL), C15 (2SL), C36 (3SL), A15 (2SL), η (1SL) phases and stoichiometric ZrSn 2 have been calculated using DFT. The SQS method was applied to provide robust and consistent values of mixing enthalpies of the A2 and A3 solid solutions in the complete composition range for each, outside their stability range. This is particularly important for extrapolation into higher order systems since it does not extend in any of the binary systems.

At last, these experimental and calculated data in addition to the data available in the literature were used as input data for the Calphad modelling of the Cr-Zr, Nb-Zr and Sn-Zr binary systems. Note that the reassessment of the Sn-Zr system leads to a significant shift of the ground-state of the system. The Cr-Zr system has been reassessed in order to provide consistent description of the Laves phases and the Nb-Zr system has been modelled with a lower temperature of the monotectoid reaction. Ternary interaction parameters were used to model the Cr-Nb-Zr, Cr-Sn-Zr and Nb-Sn-Zr ternary systems. No quaternary parameter is needed and the quaternary database can be constructed by a combination of the systems we have presented.

Fe is planned to be added to the present database. The complete Cr-Fe-Nb-Sn-Zr quinary system will be presented in an upcoming paper. 
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 caption1 Crystallographic description and sublattice model of the phases of the Cr-Nb-Sn-Zr system
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 2 Optimized thermodynamic parameters for the Cr-Zr system from the present work

	Phase	Space group	Wyckoff position	Crystallographic site	Sublattice modelling
	C14	P6 3 /mmc (194)	2a; 4f; 6h	3	(Cr,Nb,Sn,Zr) 4 (Cr,Nb,Sn,Zr) 2
					(Cr,Nb,Sn,Zr) 6
	C15	Fd-3m (227)	8a; 16d	2	(Cr,Nb,Sn,Zr) 2 (Cr,Nb,Sn,Zr) 1
	C36	P6 3 /mmc (194)	4e; 4f; 4f; 8i; !8i	3	(Cr,Nb,Sn,Zr) 4 (Cr,Nb,Sn,Zr) 4
					(Cr,Nb,Sn,Zr) 16
	η	P6 3 /mmc (194)	4d; 6g; 6g; 2b	3	(Zr) 5 (Sn) 3 (Sn,Va) 1
	ZrSn 2	Fddd (70)	16f; 16g; 16g	3	(Zr) (Sn) 2
	A15	Pm-3n (223)	2a; 6c	2	(Nb,Sn,Zr)

1 ( Nb,Sn,Zr
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