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Abstract

The present study describes the in-situ electroate@mmodifications which affect irradiated PWR O
fuels in the course of a power ramp, by means-gitinoxido-reduction indicators such as chromium o
neo-formed chemical phases. It is shown that soilsktsbmetric irradiated fuels under temperature
gradient such as that occurring during high powandients are submitted to strong oxido-reduction
perturbations, owing to radial migration of oxygEom the hot center to the cold periphery of the
pellet. The oxygen redistribution, similar to tletcountered in Sodium Fast Reactors fuels, indaces
massive reduction/precipitation of the fission pratd Mo, Ru, Tc and Cr (if present) in the high
temperature pellet section and the formation oflyigxidized neo-formed grey phases ofdd type in

its cold section, of lower temperature. To our kfemlge, it is the first time that such a phenomenon,
likely to greatly impact the corrosive fission gatease, is experimentally attested for PWR fuels.

The parameters governing the oxidation states of fu€s under power ramps are finally debated from
a cross-analysis of our results and other publishiedmation. The potential chemical benefits brioug
by oxido-reductive additives in UCfuel such as chromium oxide, in connection witkittoxygen

buffering properties, are discussed.

Keywords. uranium, oxide, fuel, power ramp, power transigmperature gradient, chromium, dopant,
additive, solubility, thermodynamics, oxido-redoctj oxido-reductive, redox indicator, oxygen

potential, thermo-migration, oxygen re-distribution
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1. Introduction

The composition and the thermochemical propertieswxlear fuel materials greatly affect their
behavior under nominal or off-nominal operating ditions. Several important properties, such as
thermal conductivity, solid-state diffusion, cresgie, or volatile fission gas (such as I, Te) sa@an
and release are directly correlated to temperandeoxygen partial pressure (or the O/M ratio)he t

fuel*?

. As those two parameters are likely to vary natdg both in space and time during the fuel
cycle, significant changes in the macroscopic neltg@roperties as well as in the speciation of the

corrosive volatile gases, responsible for claddingures are expectéd"

Thus, the difficulty in establishing a coherenttiggdaand temporal map of the properties of an iatati
fuel stems essentially from the misunderstandintpefoxygen potential conditions taking place Ibycal
in the material, as a function of temperature, lpnand irradiation history. Some direct oxygen
potential measurements of irradiated fuels of UGXMI®DX type in nominal operating conditions are
described in the literature, for burn-ups varyirggween 30 and 100 GWd / tM and temperature values
varying between 700°C and 1006°€ " 8 Most of the reported values, found in the vigirsf -400
kJ/mol Q, are consistent with a material which is oxygefffdyad by the (Mo@Mo) redox system
resulting from the uranium fission, which is alsoagreement with thermochemical predictibAsin

the temperature range higher than 1000°C, quawmétakperimental data are very scarce. An estimatio
is given in a study of Kleykanipassuming that the two phase character of thebdetyum precipitates

in the fuel sample (of 41GWd / tM average burn ig)ndicative of low oxygen potential values
ranging between -376 and -418 kJ / mela 1700 °C. Another study from Adamson et’aefers to
ex-reactor oxygen potential measurements usingrdroeygen probe, in oxide BWR fuels submitted to
power ramps generating a temperature gradientmgrighm around 500 °C at the fuel surface to above
1600°C at the fuel center. The measurements vabghgeen -460 and -560 kJ/moj @re indicative of
some radial oxygen re-distribution phenomena inditge fuel under temperature gradient. In all

published studies, the reported oxygen potentiata dre based on either direct measurements using



advanced emf oxygen probe or indirect estimatesichst from oxidation state observations of in-situ

redox indicators such as fission products, impesiand the cladding.

In a previously published study from our laboratbrgealing with the thermodynamics of chromium in
UQO; fuel, we pointed out a direct correlation betwednomium solubility in UQ and oxygen partial
pressure within the stability areas of Cr(sc) an@(@ phases in the 1500°C - 2000 °C temperature
range. This suggests that chromium might be adgantasly used as an oxido-reduction indicator in
irradiated UQ fuel pellets submitted to high temperature, predidhat the material including the
fission products may be considered as a diluted solution, which is acceptable for fuels at lowrty

up (<30 Gwd/tu).

The present study describes the in-situ-chemicalifications which affect chromium inside a Wel
initially doped with CsO3 in the course of a power ramp of long holding tabdigh maximum power.
Quantitative oxygen potential data in the 1500°2000 °C temperature range are deduced from the
solubility measurements of chromium and the catedlaemperature profile inside the pellet. The
oxidation state of irradiated UQuels submitted to a temperature gradient is findiscussed from a
cross-analysis of our results and other publisinéatination. The potential chemical benefits brought

by oxido-reductive additives in UQuel are estimated.

2. Notations

PWR . Pressurized Water Reactor

BWR . Boiling Water Reactor

SEM : Scanning Electron Microscopy
EPMA :  Electron Probe MicroAnalysis
SIMS . Secondary lon Mass Spectroscopy
FP . Fission Products

emf :  electro-motrice force



(sc) : solid compound
(ss) :  solid solution

)] : liquid compound

3. Experimental section - materials and methods

Fuel rods of UQ doped with GiO; irradiated in commercial reactors were cut intatisas and
remanufactured into rodlets that experienced poaerps in OSIRIS experimental reactSr Two
power ramps named LHT, with a 12 hours holding timehigh power were performed. The main

characteristics of the rods, the rodlets and tlvegpeamps are given in Table 1.

The rodlets were transferred into hot cells aftewgr ramp. Slices from the vicinity of the maximum
power flux were cut and prepared in order to obsmations which were further analyzed by means of
various techniques : SIMS (described in [13]), EPBiAd SEM. The sample preparation procedure is
described in references [14] and [15]. On each &nguantitative radial profiles of chromium and
molybdenum were recorded by EPMA (see figures 13rfdom a line scan over the pellet radius with
a step of 1 point / 10 um. In addition, three distiareas located in periphery, mid-radius anche t
center of the pellet were observed in details byMEP X-ray map (EPMA) and electronic images

(SEM).

4. Experimental observations

The radial profiles of chromium recorded on eaclgreramped sample are shown in figures 1a and 1b.
Likewise the figure 2 compares the X-ray maps abohum, oxygen, molybdenum and ruthenium in
the pellet center for the sample LHT2. Superimpasefigures 1a and 1b are the radial temperature
profiles calculated with ALCYONE, a fuel performa&ncode validated on a very large database of base
irradiation, power ramps and annealing t&sts

Consistent observations are drawn from these twwepoamp tests. In the low temperature range of the

pellet (cold section), between the periphery amdrddial position that reached approximately 14Q0°C



the soluble fraction of chromium in the W@atrix is measured around a constant value ofn@%
Cr/UQ,, regardless of temperature. The chromium fradtioexcess is precipitated in Y@s an oxide
secondary phase. The chromium speciation (bottbkohand insoluble forms) in the cold section of the
rodlets is similar to that recorded on a pre-iraéglil 5 cycles (burn-up ~62 GWd/tM) rod of the same
type under nominal operating conditions (tempemtarying between 500°C and 1000°C). In the high
temperature range of the pellet (hot section), betwthe radial position that reached 1500°C and the
center of the pellet, the soluble fraction of chiem in UQ, decreases significantly down to the range
[0.05 wt% - 0.09 wt%] and an abundant precipitabdbmetallic chromium is observed as a secondary
phase. As shown on the X-ray maps in figure 2, miumn precipitates are both linked to a lack of
oxygen and associated to some metallic FP solidgshancluding Mo and Ru. This co-localization is
clearly highlighted when the EPMA profiles of motidnum and chromium are superimposed as shown
in figure 3. In the narrow transition area locatgdabout mid-radius of the pellet (~1500°C), a ticas
drop of the chromium solubility is observed andcgiates in secondary phase are present under two
different redox states (oxidized and metal). Chromioxide is detected as large precipitates whereas

metallic chromium is identified as small precip#sit

5. Interpretation

5.1. Low temperature range (<1460°C): Cold sectioof the pellet

The chromium content in solid solution for each pawh rodlet was measured in the vicinity of 0.1 wt%
Cr/UQ; regardless of temperature, in the whole rangeG201400°C]. The chromium soluble content
was equivalent to that of the initial un-irradiafeél after sintering, measured to 0.102 + 0.0848% '3

In addition, as compared to the initial un-irradafuel, the chemical form of the chromium preeifgs

of type CpOgzsc) did not change during nominal condition irradiationot even during ramp tests,

regardless the burn-up and the characteristidseofamp (power, duration...). It may then be staied t

neither the temperature, nor the burn up, nor eithe mode of irradiation affects the chromium



speciation in the temperature range [20°C — 1460R@}ertheless, we verified in a previous stidy
that both the stability of the Cr-O solid/liquid gges and the solubility of chromium in Y@ere
strongly dependent on temperature beyond 1500°€ fadt that the solubility of chromium is unrelated
to temperature at T<1450°C indicates that the spmdus thermodynamic transformations of
chromium in the U@ matrix occurring at T > 1500°C are strongly sloweden inhibited a low
temperature owing to the fact that the thermal gnérought to the system is not sufficient to extee
the energy barrier of the chemical transitions Kb} energetic barrier for solid-solid type
transformations). For that reason, in the low terafpee range of a power ramp (< 1450°C) or in
nominal operating conditions, chromium in the 4f@el stays in its initial stage reached afteresimyg.
These assumptions were confirmed in our laboratgrfurther tests of long-time thermal annealing of
UO; pellets (initially doped with 1600 ppm £¥;) at the temperature of 1400°C and 1600°C, alktest
being carried out under reducing conditions (AP4 B,) consistent with the thermodynamical stability
of metal chromium. The analyses by SAX of the alettaamples showed that, at 1400°C, the
microstructure of the pellet did not change (absesfqorecipitate, chemical environment of solulgitiz
chromium) as compared to its initial stage wheraamassive metal chromium precipitation was
observed at 1600°C, as thermodynamically expedtecconclude, at temperature lower than 1450°C,
chromium in UQ does not change as compared to its initial stagehed after sintering, irrespective of
both the oxygen potential conditions prevailingtirat section of the pellet and the power cycle.
Chromium is thus present in YOn disequilibrium with respect to oxido-reductioNeither the
stoichiometry of the solid precipitates (if pregemtor the solubility of chromium in the matrix are

consistent with the actual thermochemical condgiofithe material.

5.2. High temperature range (> 1460°C): Hot sectioaf the pellet

5.2.1. Thermodynamic equilibrium state

Beyond the temperature of 1460°C, an abrupt deerglashromium dissolved in UQvas evidenced by

EPMA. This variation was coupled with a massive ahehromium precipitation in secondary phase.



We think that this evolution is an indication a$witch from a kinetically controlled chemical systéo

a thermodynamically controlled one, the thermal rgnebrought to the system beyond 1450°C
exceeding the energy barrier of the chemical ttemms. This is accredited by the following
observations. For temperatures ranging betweent d&f0°C and 2000°C, the EPMA measurements
collected in the ramped UQuel vary continuously (Figure 4) in the intery@l04 wt% ; 0.09 wt%] in
consistency with solubility measurements previoustylected on laboratory samples submitted to
similar experimental conditions That solubility variation was interpreted with simple
thermodynamic model with temperature and oxygerm@l as main parametétsAdditionally, by
plotting the variation of the chromium solubility the LHT1 and LHT2 fuel samples as a function of
temperature (Figure 4), an excellent reproducybiitobtained in the [1800°C — 2000°C] range irtespi
of different radial temperature gradients across prllet. All these observations agree with the

assumption of a chemical system evolving undemntbelynamic control at high temperature.

5.2.2. Chromium as a oxido-reduction tracer

In 11

, a direct correlation was established betweenctiremium solubility in UQ and the oxygen
partial pressure within the stability areas of&and Cr@, phases in the 1500°C - 2000°C temperature
range. As a consequence, the solubility of chrommighht be advantageously used asrastu oxido-
reduction tracer in U@fuel pellets submitted to high temperatures (affrmal operating conditions).
The oxygen potential variations in the power rampé¥ rodlets of the LHT1 and LHT2 tests may be
determined therefore from the solubility measuremeri chromium in the [1500°C-2000°C] range,
using the solubility laws established earlier ahd talculated temperature profiles over the pellet
(coming from simulations with the fuel performaramde ALCYONE). This interpretation is based on
the assumptions that: i) thermodynamic equilibriumthe hot section of the pellet is reached (as
discussed in section 5.2.1.), ii) the chromium Biity laws previously established on un-irradiated

fuels are applicable i.e. the effect of fissiongurcts on chromium solubility is negligible at lowrb-up

(less than 30 GWd/tU).



A full interpretation of the experimental data dmetpower-ramped samples is given in figure 5,
depicting the oxygen potential variation of theletsl at equilibrium as a function of temperatur¢hie
[1500°C — 2000°C] range. The data were interpratedeveloped in section 5.2.2 using the chromium
solubility laws given in* and recalled in table 1. The interval [1500°C 0@TC] corresponds to the
validity range of the solubility model.

The calculated oxygen potential values are reptatea of the final thermochemical state of the@r
doped UQ rodlets, after 12 hours of holding time at highweo (450 - 520W.c) without cladding
failure. From the chromium iso-solubility curvesosm in figure 5, it appears that in the range [1&D0

- 2000°C], the region in accordance with solubiltglues ranging between around 0.04 wt% and
0.08 wt% corresponds to the metallic chromiung)Gtability one. The solubility being the lowest in
that area as compared to the@z) or CrQy areas, a high precipitation of s predicted, which is in

agreement with the experimental observations.

6. Discussion

6.1. Evidence of a reductive perturbation at high émperature during a power
transient

The correlation depicted in figure 5 shows thatdkggen potential of the ramped rodlets of the LHT1
and LHT2 tests of initial burn-up close to 30GWd/tMries continuously between -450 and -380
kJ/mol @ in the interval [1500°C - 2000°C]. However, theygen potential of the initial Cr-doped
pellets is to be expected in the vicinity of thaitibetween the GOs(sc) and CrO(l) stability domains
(Figure 6) after sintering, which is a bit morededive. In addition, it is now acknowledged, frowtip
experimental observations and thermochemical simounls, that the oxygen potential of irradiated JO
fuels of burn-ups ranging from 30 to 60 GWd/t lév&en more oxidative as it is estimated in the vigin
of the (MoQ¢dMo(s) redox couple. Therefore, as shown in figure 6,dkygen potential of the rodlets

after completion of the power transient decreasestidally. Such a step in oxygen potential is



significant enough to initiate the reduction inteetal of the initial chromium oxide, as observed
experimentally. In addition, the oxygen potent@hge reached after completion of the power ramp is
also consistent with the stability of metallic motfenum and ruthenium (figure 6). Thus, under high
power-ramp conditions, the metallic chemical spedid, Ru and Cr are expected to precipitate in the
hot section of the pellet, which agrees with therent observations. Thus, in consistency with
thermochemical predictions, the observations contine existence of a strong reductive perturbation

occurring in the hot section of the pellets durdngower transient.

6.2. Evidence of an oxidative perturbation at low émperature during a power
transient

One can figure out the behavior of the fuel in toéd setion of the pellet from the recent paper of
Desgranges et al. supporting the formation of a new highly oxidizedlid phase around the grain
boundaries near the pellet chamfer of a standard fu€l rod (named LHTO in table 3) ramped in
similar conditions as that of the LHT1 and LHT2 gpgens. This new phase of compositionOy
which forms at the periphery of the pellet of loewmiperature (around 400°C) can only be stabilized in
conditions significantly more oxidative than thatposed by the reference (Mg®o) redox couple
(table 3 and figure 6). Thus, the occurrence obmidized uranium phase at the pellet chamfer gives
evidence of a strong oxidative perturbation ocagyiin the cold section of the pellet during a power
transient. As the system is closed, this oxidafpegturbation is clearly correlated to the reductive

perturbation taking place at the same time in ko) (central part of the pellets.

6.3. Oxygen redistribution in irradiated oxide fuek

Published experimental oxygen activity data meabuseth various independent techniques, for
irradiated UQ fuels submitted to temperature gradients, are sanmed in table 3, together with the
data issued from the current study. It is cleamftbe results of all tests that the fuel oxygerepbal is

drastically reduced as compared to the referentalimalues (MoG/Mo redox couple) in the central

1C



area of the pellet whereas the region at the efigjgegpellet may display a significant oxidatiorher
plot given in Figure 7 gives thus quantitative @vide that irradiation under a temperature gradient,
such as that occurring during high power transieatises radial oxygen redistribution from the hot
central region of the pellet to the cold peripheyaé, in consistency with the predicted directidn o
oxygen transport in hypo-stoichiometric oxide fu@¥M < 2)*°. Hence, the present results confirm that
UO; fuels of initial stoichiometry close to 2.000 bawhypo-stoichiometric when irradiated, as a result
of the accumulation with increasing burn-up of ibssproducts of oxidation state lower than +4. As
expected then, they behave in the hot sectioneopdilet as hypo-stoichiometric fuels, when suleditt
to high power transients.

Parameters governing the amount of re-distributed rygen

The amount of oxygen that is available for mignatdepends on both the initial stoichiometry and the
burn-up (Q freed by the fission of U of the fuel, as well as the amount of additivexide form (Q
freed by reduction of the oxide) in the materia,leng as this additive is involved in a redox deup
that is likely to activate throughout the centmdluctive perturbation (like @D; — Figure 6): thus, the
higher the burn up and the amount of oxydo-redaectdditive, the larger the amount of oxygen
available for transport. It is acknowledged moreabvmat the oxygen migrating to the cold peripheral
region of the pellet contributes to increase tlaelding oxidatiof 22 which may greatly help to protect
the later from corrosion by I-SCC during a poweansient. This effect probably result from the
chemical competition between iodine and oxygen twhwould be displaced in favor of oxygen. From
these observations, it is deduced that an excessygen in the U@fuel, coming either from an initial
hyper-stoichiometry of the fuel or the presencambxido-reductive compound (like chromium oxide),
or both, might be efficient to prevent clad failuby [-SCC during a high power transient. An
optimization of the amount of additive needed idb¢operformed however as a function of the burn-up
of the fuel, the power transient conditions (whgbvern the oxygen and corrosive fission products

migration to the clad) and the nature of the dopant
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In addition, the amount of oxygen which effectivetygrates from the center to the edge of the pellet
depends on the radial temperature gradient ovempédilet directed related to the linear power rate
imposed to it. It seems clear indeed from Adamsoe&ilts on the LIT/B3 test that the most severe
cladding oxidation, that is the highest amount xjgen coming to the clad, is linked to the stromges
temperature gradielft

O, re-distribution and oxygen potential shift at hightemperature

The shift of oxygen potential induced by the f@-distribution is directly linked to the amount o
oxygen available for migration, also called the gy buffering capacity of the fuel, which is théato
amount of oxygen available for transport, includihg oxygen possibly coming from the additive. This
oxygen buffering capacity increases with both tbenkbup of the tested fuel and the amount of oxydo-
reductive additive (such as £x). As shown in Figure 7, the larger the bufferiragpacity, the shorter
the oxygen potential jump in the hot region of pe#let. As reduced potential shifts induce minatae
perturbations inside the fuel in operation, largeygen buffering capacities involve a relative cohof

the material as regards its properties dependingp®n > %2

(buffering effect) which can be
advantageous to compensate the strong perturbatidnsed by power ramps for example. Thus, as
reported in', addition of chromium oxide to UQresults in enlarging the oxygen potential (or O/M)
domain of minimal gaseous fraction for chemica#igative gases (I, Cs, Te), in LJel submitted to a
reductive perturbation. In this area, the majoregas species is Csl(g) which has little volatifiyd is
quite unreactive towards the Zr claddihg® On that point of view, chromium oxide added to Afel

is likely to act on both the volatile fission gagease and the corrosion risk of the cladding.

More generally, in connection with its bufferingoperties, one benefit of adding an oxido-reductive
dopant inside an oxide fuel consists in reducirggpgbssible drawbacks (creep rate changes, gaseelea
enhancement, corrosion risk...) induced by strongoxegerturbations on the material. Moreover,
adding an oxido-reductive dopant contributes tadase the oxygen buffering capacity of the fuel,

which may be beneficial for the prevention of cfadure by I-CSC (iodine-oxygen competition

displaced in favor of oxygen).
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7. Conclusion

The property of in-situ redox indicator of chromiwvas used to estimate in the 1500°C-2000°C range,
the oxygen potential radial profile of some chromidoped UQ fuels submitted to a power ramp of
long holding time, without failure. It is shown tithe oxygen potential of the rod in the range [I'&D;
2000°C] decreases down to [-394 ; -410] kJ/mgld@ring the power ramp, which is in the vicinity of
the (CsMoOQy), Cs(l) + Mo(s)) buffer system. These results imiigt irradiated fuels submitted to
temperature gradient such as power ramps are deldnat strong oxido-reduction perturbations, owing
to radial migration of oxygen from the center te fferiphery of the pellet. This phenomenon of oxyge
redistribution, similar to that encountered in $wdi Fast Reactors fuels induces a massive
reduction/precipitation of the fission products MRy, Tc and Cr (if present) in the high temperature
pellet center and the formation of oxidized grepgds of cesium uranates oQd type in its cold part,

of lower temperature.

The amplitude of the oxygen potential jump duringp@ver ramp is expected to depend on the
temperature gradient (resulting from the linear povate) and on the amount of oxygen available for
migration (in connection with the initial sur-sthiometry of the fuel, the burn-up of the rod and th
amount of dopant if present). Thus, the additionthte fuel of an oxido-reductive dopant, such as
chromium, contributes to enlarge its oxygen buffgrcapacity. One consequence is a reduction of the
oxygen potential jump during a power ramp, as caosghdo standard rods of similar burn-up, which
could be beneficial to buffer all key propertiestoé irradiated fuel dependent on oxygen (creeg, rat
thermal conductivity, fission gas speciation...). #irey consequence is a possible better prevention
against clad-failure by I-CSC during a power ratmpdisplacing the iodine-oxygen competition to the

clad inner surface in favor of oxygen.

It is therefore of great importance in PWR fuelfpanance codes to model oxygen radial redistrilsutio
during power ramps, not only for its impact on fpebperties, but also for its effect on corrosimgsibn

gas release. An extension of this work will congistpplying the present methodology to other fuel

13



rods submitted to varying power ramp conditionsoimder to improve the model of oxygen re-

distribution implemented in the ALCYONE codé.
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