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Amorphous hafnium dioxide (a-HfO2) is widely used in electronic devices, such as ultra-scaled
field-effect transistors and resistive memory cells. The density of oxygen vacancy (OV) defects in
a-HfO2 strongly influences the conductivity of the amorphous material. Ultimately, OV defects are
responsible for the formation and rupture of conductive filament paths which are exploited in novel
resistive switching devices. In this work, we studied neutral OV in a-HfO2 using ab initio methods.
We investigated the formation energy of OV, the binding energy of di-OVs, the OV migration,
unperturbed and in the close presence of a hydrogen atom, as well as the migration of hydrogen
atom towards OV. A shallow and short-range OV migration barrier (0.6 eV) exists in a-HfO2 in
contrast to the barrier (2.4 eV) in crystalline HfO2. Nearby hydrogen has a limited impact on the
OV migration; however, hydrogen can diffuse easily by hopping among OVs.

I. INTRODUCTION

Amorphous hafnium dioxide (a-HfO2) is the mate-
rial of choice for electronic devices, with many promis-
ing applications in computer-component microelectron-
ics and non-volatile memory. For example, it serves
as a dielectric material in complementary metal-oxide-
semiconductor technology due to its high dielectric con-
stant [1–3], also playing the essential part in resis-
tive memory devices that store information by form-
ing/breaking conducting filaments[3–6]. The oxygen va-
cancy (OV) in a-HfO2 has the principal contribution to
the leakage current in transistors [7]. It is also responsible
for formation of conductive filaments in memristors[8, 9].
OVs are dominant defects in thin HfO2 layer on silicon
[1, 10–13], especially considering low-temperature pro-
cesses required for novel 3D integration techniques, which
generally lead to larger defect concentrations compared
to processes with a higher thermal budget [14]. More-
over, hydrogen is introduced during the material growth
process for the passivation of dangling bonds [15, 16].

Although a-HfO2 is used in devices, most of the the-
oretical studies are based on crystalline HfO2, especially
monoclinic HfO2 (m-HfO2). Capron et al. investigated
OV migration in m-HfO2 along different reaction paths,
demonstrating that the energy barrier of neutral OV mi-
gration is about 2 eV [17]. Duncan et al. reported that
hydrogen can stabilize OV in m-HfO2 [16]. Bradley et al.
examined the binding energy of adjacent OVs in m-HfO2,
which is about 0.15 eV, indicating the tendency of OV
clustering [18]. Strand et al. simulated the creation of
OV and interstitial oxygen under an electric field, point-
ing out the importance of extra electrons for this process
to occur [19]. These studies based on crystalline mate-
rial served as a first step to the understanding of OV
and hydrogen in HfO2, but the simulation of a-HfO2 is
inevitable. The main challenge to simulating a-HfO2 is
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its amorphous nature, which requires larger system sizes
and statistical treatment in order to provide representa-
tive results. Despite these challenges, a few studies based
on a-HfO2 have been carried out. Kaviani et al. investi-
gated the interaction of hydrogen atoms in a-HfO2 [20].
Gao et al. reported that the formation energy of the sec-
ond OV is lower than the first OV by 0.1 eV on average,
but with a large standard deviation (0.4 eV) in a-HfO2

[21].
In this work, we performed a systematic investigation

of OVs and their interactions with atomic hydrogen in
a-HfO2. The starting point was to study the OV for-
mation energy, proceeding with di-OVs binding energy,
and finally considering migrating OVs, unperturbed or
affected by the nearby hydrogen atoms.

II. METHODS

The OV defect-free a-HfO2 model is obtained by melt-
ing and quenching a cubic 3x3x3 HfO2 supercell using
a classical force field of the Pedone type with parame-
ters from previous work [22]. First, the temperature is
increased up to 7400 K, well above the melting point
of HfO2. Then, the structure is relaxed for 10 ps at
8000 K and quenched with a cooling rate of 17.75 K/ps.
The resulting amorphous model consists of 108 hafnium
and 216 oxygen atoms in a cubic unit cell with an edge
length of 16.45 Å. The atomic structure of the a-HfO2

model is further optimized using density functional the-
ory (DFT) (Fig. 1a). An OV defect is created by re-
moving an oxygen atom in the unit cell, followed by the
structural relaxation at the DFT level (Fig. 1b). An OV
results in a defect state in the bandgap, which localizes an
additional electron around the OV, as shown in Fig. 1c.
The same method is applied to generate structures with
di-OVs. The hydrogen-oxygen (HO) defect is generated
by substituting an oxygen atom with a hydrogen atom,
followed by structural relaxation. For structural relax-
ation, the convergence threshold was set at 10−5 eV for
the total energy. DFT calculations were performed us-
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• Initial structure received from (M. Jech, TU Wien) -> relax (fig. a)

• Cubic (a=16.45 angstrom); Hf108O216

• To form oxygen vacancy -> remove an oxygen atom -> relax (fig. b)

• Defect states in gap are localized at the vacancy (fig. c)

Note: relaxation by VASP (PBE functional). 

Gap

Defect states

PBE, neutral

FIG. 1. (a) The structure of the a-HfO2 model, which was used in this study. A cubic unit cell with edge length 16.45 Å contains
108 hafnium and 216 oxygen atoms. (b) An example of a structure with an OV by removing an oxygen atom indicated by the
blue circle in (a) and followed by a structural relaxation. (c) The charge density of an additional electron, which is localized on
the OV. The additional electron density is the difference between the charge density in cation and neutral DFT calculations.

ing VASP [23] with the PBE functional [24]. Due to the
large cell used, we restricted the Brillouin zone sampling
to the gamma point. The cut-off energy for the plane-
wave basis-set is set at 400 eV, and total energy in the
self-consistent electron density calculation is converged
within 10−8 eV. Energy barriers for OV and HO migra-
tion are computed using the climbing-image nudged elas-
tic band (NEB) method [25, 26] implemented in Transi-
tion State Tools for VASP.

III. RESULTS

A. Formation energy of single OV

From the bond length distributions of the a-HfO2

model shown in Fig. 2a, the O-Hf bond has a sharp peak
centered approximately at 2.1 Å. In contrast, the O-O
and Hf-Hf bond lengths feature wide bands correspond-
ing to the positions of the first nearest neighbors. By
counting the neighboring Hf atoms with distance cut-off
2.7 Å[27], the coordination number of oxygen is deter-
mined. As shown in Fig. 2b, the majority (167 out of
216) of OVs are with the coordination number of 3. For
corrdinations number 2 and 4, there are 26 and 23 OVs.
By using Bader charge analysis [28], we noticed that the
excess charge of oxygen atoms increases for higher coor-
dination numbers, as shown in Fig. 2c; while OV atomic
volume displays the inverse dependence (Fig. 2d).

The formation energy (Ef ) of single neutral OV is cal-
culated as:

Ef = EOV − (E0 − µO), (1)

where EOV and E0 are the total energies with and with-
out OV, and µO is the chemical potential of an oxygen
atom, taken from the half of ground state energy for an
oxygen molecule (O2). We calculated formation ener-
gies for all possible OVs in our model, 216 in total. The

median energies obtained for oxygen coordination num-
bers 2, 3 and 4 (Fig. 3a) are 6.33, 6.27, and 6.00 eV, re-
spectively. Hence, over-coordinated oxygen atoms favor
the formation of vacancies. If the oxygen coordination
number is not taken into account, the median formation
energy value of 6.17 eV is obtained for the entire ensem-
ble of OVs, which is in accordance with previous studies
[18, 29] that reported values of 6.5 eV for a-HfO2 and 6.75
eV for m-HfO2. However, the distribution of Ef (Fig. 3b)
is asymmetric, showing a tail towards the smaller energy.
This fact can be attributed to the amorphous nature of
the structure, producing multiple peaks in the O-O bond
length distribution (Fig. 2a). Therefore, a vacancy can be
formed with less effort if an oxygen atom is removed from
a site located close to another oxygen atom due to repul-
sive interaction between them. Figure 3c confirms that
the lowest formation energies are obtained for the sites
corresponding to smaller distances between the oxygen
atoms. It suggests that these sites might be the ”weak
spots” in a-HfO2, which can form the very first few OVs,
facilitating the creation of conductive filament in a resis-
tive memory device, or conducting leakage current in the
high-k oxide in a transistor.

B. Binding energy of di-OVs

The tendency of OV clustering is indicated by the bind-
ing energy. The binding energy of neutral di-OVs can be
read from the formation energies of di-OVs and individ-
ual OVs. However, the term for the energy of a single
oxygen atom in Eq. 1 cancels out, yielding the final for-
mula:

Eb = Ef (OV i) + Ef (OV j)− Ef (OV i,OV j) (2)

= (EOV i + EOV j)− (EOV i,OV j + Ebulk), (3)

where EOV i,OV j is the total energy for a structure con-
taining two OVs. In order to evaluate the binding ener-
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FIG. 2. Principal characteristics of the OVs: (a) Bond length distribution in the a-HfO2 model; (b) Occurrence of OVs with
different oxygen coordination numbers: 2 - 26 occurrences, 3 - 167 occurrences, and 4 - 23 occurrences; in total, 216 cases were
considered; (c) Excess charge; (d) OV volume as a function of oxygen coordination number, calculated by employing the Bader
charge analysis.

(a) (b) (c)

FIG. 3. (a) Formation energy of a single neutral OV as a function of oxygen coordination number. The median energy values
are 6.33, 6.27, and 6.00 eV for coordination numbers 2, 3, and 4, respectively; (b) Formation energy distribution of 216 OVs
featuring the median value of 6.17 eV; (c) OV formation energy as a function of the distance between the oxygen atoms.

gies for di-OVs, we picked one particular OV with coor-
dination number 3 and formation energy of 6.35 eV (its
position is shown in Fig. 1a) and removed the second oxy-
gen from one of the remaining 215 possible sites. Fig. 4a
shows the binding energy versus the distance between the
two OVs, and Fig. 4b displays the same data re-plotted as
box-and-whisker plot with 2 Åbins. The binding energy

does not depend much on the distance. The averaged
binding energy is slightly below zero at −0.08 eV and
the median is at −0.05 eV. Negative binding energy im-
plies averagely repulsive interaction between OVs. How-
ever, such a weak interaction together with the broad
distribution of binding energies ranging from negative to
positive values (as shown in Fig. 4b and Fig. 4d, see also
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FIG. 4. Scatter (a) and box-and-whisker (c) plots of the di-
OVs binding energy as a function of the distance between
two oxygen vacancies; Histogram (b) and box-and-whisker
plot (d) of the di-OV binding energy. The average and the
median energies are −0.08 and −0.05 eV, respectively, con-
firming weak interaction between the OVs.

TABLE I. Energy barriers and energy of final configuration
(reported in parenthesis) measured with respect to the energy
of initial configuration for the migration of OV and HO in a-
HfO2. OV wH means OV migration in the presence of HO
defect. The three reactions of Path B are reported in Fig. 6.
Energies are in eV.

Migration Path A Path B Path C Path D

OV 0.60 (-0.05) 2.30 ( 0.24) 2.64 (-0.02) 2.05 (-0.43)

OV wH 0.72 ( 0.05) 2.20 ( 0.25) 2.19 (-0.19) 1.83 (-0.65)

H to OV 0.53 (0.08) 0.42 (-0.02) 1.08 ( 0.66) 0.90 ( 0.66)

Ref. [21]) does not suggest a clear trend of OV clustering
in general, but small clusters composed of a few OVs can
be possibly formed. Previous works reported also small
binding energy of OVs, but with a positive sign: 1) av-
eraged formation energy for the second OV is 0.1 eV less
than the formation energy of the first OV in a-HfO2 [21],
and 2) binding energy of 0.1− 0.2 eV in m-HfO2 [18].

C. OV and HO Migration

For a-HfO2 containing OVs and hydrogen atoms, there
are many possible migration processes. Here, we consid-

ered four of them as listed below.

OV (r) → OV (r′) (4)

OV (r) +HO(r′′) → OV (r′) +HO(r′′) (5)

OV (r) +HO(r′) → HO(r) + V O(r′) (6)

OV (r) +OH(r′) → HO(r) (7)

The first process is simply the OV migration; while the
second one is the OV migration in the presence of an HO
defect. The third process is the migration of a hydrogen
atom in the HO defect to an OV, hence the HO and OV
defects switch positions. The fourth process is the mi-
gration of a hydrogen atom in the OH (hydroxyl) defect
to OV, which makes a HO defect. According to ab initio
calculation, the OH defect is unstable with the presence
of a neighboring OV defect, meaning that the hydrogen
atom in OH would diffuse to the OV defect without an
energy barrier. Therefore, we computed energy barriers
only for the first three processes. Four migration path-
ways, labeled from A to D, are obtained using climbing
image NEB with 7 images for each process. The four
paths are starting from the same initial position r of the
labeled oxygen atom in Fig. 1a. For each path, we con-
sidered migration of OV, unperturbed and in the close
presence of a hydrogen atom(Figs. 6a and 6b), and mi-
gration of hydrogen atom towards OV (Fig. 6c). The
energy along each pathway is shown in Fig. 5, and barri-
ers are reported in Table. I

The migration barrier of OV ranges from 2 to 2.6 eV
for the three paths (B,C and D), which is in line with
neutral OV migration in m-HfO2 [17]. In contrast, an
exceptionally low energy barrier of 0.6 eV is observed
(path A). The fact of the low energy barrier points out
that the local OV transfer is likely in amorphous HfO2. A
long-range OV migration requires consecutive low energy
barriers, which could not be concluded from this study.

The nearby OH defect does not perturb much the
OV migration path (see Fig. 6). The energy barrier is
changed only by about 0.1-0.5 eV among the four simu-
lated pathways. These observations suggest the presence
of HO has a limited impact on the OV migration. How-
ever, if an HO defect is close to OV, the atomic hydrogen
can migrate from the HO to the OV. In the end, the HO
and OV switch position (the third reaction in the list).
This switching process between HO and OV is character-
ized by a low energy barrier, barely 0.5 eV in general, i.e.
0.53 eV and 0.42 eV in paths A and B. Therefore, global
migration of HO is possible, if the concentration of OV
is high. However, due to the energy difference between
initial and final configurations, a high energy barrier like
1 eV can exist for one direction, but a shallow barrier is
expected for the reverse direction, as shown by paths C
and D in Table. I.
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FIG. 5. Panels a, b, c, and d illustrating the evolution of energy along four migration paths, which starts from same position r
indicated by the oxygen atom in Fig. 1a. For each path, three types of processes are considered: 1) simple OV migration (red);
2) OV migration in the presence of a nearby OH defect (blue); 3) migration of hydrogen atom in OH defect to OV (green).
The trajectories corresponding to the migration path B are shown in Fig. 6.
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FIG. 6. Migration path B: a) simply OV migration; b) OV migration with the nearby OH defect; c) migration of hydrogen
atom in OH defect to OV. Both the initial and final positions of the migrated atom are plotted and The migration path is
represented by the blue band. Hafnium, oxygen, and hydrogen atoms are represented by green, red, and white balls.

IV. CONCLUSION

We investigate oxygen vacancy and hydrogen in an a-
HfO2 using DFT ab initio methods. The mean formation
energy of OV is 6.17 eV with an asymmetric distribution.

The tail towards the low energy side is caused by repul-
sive interaction between the neighboring oxygen atoms,
suggesting the presence of ”weak spots” in a-HfO2 based
devices. Formation of OVs requires less energy if an over-
coordinated oxygen atom is removed from the system.
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The binding energy between OVs is weak, with an aver-
aged value of −0.08 eV, not suggesting a global tendency
for OVs clustering. However, small clusters of OVs can
be formed, as binding energy spans from negative to pos-
itive values. Migration of neutral OV in a-HfO2 is similar
to that in m-HfO2, with a barrier of about 2.4 eV, and
is accompanied by possible low-barrier local migrations.
The migration process of the OVs remains mostly the
same in the presence of hydrogen atoms. However, the
hydrogen atom migration is assisted only when an OV is
located nearby. This migration process is characterized
by a low barrier of 0.5 eV.
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