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A number of sesqui-chalcogenides show remarkable properties, which make them attractive for applications as thermo-
electrics, topological insulators, and phase-change materials. To see if these properties can be related to a special bonding
mechanism, seven sesqui-chalcogenides,{®%, BLSe;, BbS;, ShTe;, SbSe;, ShS;, and -AsTe;) and GaSe are

investigated. Atom probe tomography studies reveal that four of the seven sesqui-chalcogenidés;(BLSe;, ShTe;,

and -AsTe;) show an unconventional bond-breaking mechanism. The same four compounds evidence a remarkable
property portfolio in density functional theory calculations including large Born effective charges, high optical dielec-

tric constants, low Debye temperatures and an almost metal-like electrical conductivity. These results are indicative for
unconventional bonding leading to physical properties distinctively different from those caused by covalent, metallic, or
ionic bonding. The experiments reveal that this bonding mechanism prevails in four sesqui-chalcogenides, characterized
by rather short interlayer distances at the van der Waals like gaps, suggestive of signi cant interlayer coupling. These
conclusions are further supported by a subsequent quantum-chemistry-based bonding analysis employing charge par-
titioning, which reveals that the four sesqui-chalcogenides with unconventional properties are characterized by modest
levels of charge transfer and sharing of about one electron between adjacent atoms. Finally, the 3D maps for different
properties reveal discernible property trends and enable material design.

Chalcogenides are attracting considerable attention due to theirto thermoelectric$* and topological insulator§€lfor the heavier

striking properties. These characteristics enable a wide range ofchalcogenides. The

applications ranging from phase-change materials (PCNfs§!
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been attributed to an unconventional property portfoliB.”—*]

Y. Cheng, Dr. O. Cojocaru-Mirédin, J. Keutgen, Dr. Y. Yu, Prof. M. WuttigDr. P. Golub

I Institute of Physics

Physics of Novel Materials

RWTH Aachen University

52056 Aachen, Germany

E-mail: wuttig@physik.rwth-aachen.de

M. Kupers, Prof. R. Dronskowski

Chair of Solid State and Quantum Chemistry
Institute of Inorganic Chemistry

RWTH Aachen University

52056 Aachen, Germany

M. Schumacher

Institute for Theoretical Solid State Physics
RWTH Aachen University

52056 Aachen, Germany

The ORCID identi cation number(s) for the author(s) of this article
can be found under https://doi.org/10.1002/adma.201904316.

© 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co.
KGaA, Weinheim. This is an open access article under the terms of the
Creative Commons Attribution-NonCommercial License, which permits
use, distribution and reproduction in any medium, provided the original
work is properly cited and is not used for commercial purposes.

DOI: 10.1002/adma.201904316

Adv.Mater.2019,31, 1904316 1904316(1 of 10)

Department of Mechanical Engineering

National University of Singapore

9 Engineering Drive 1, Singapore 117575, Singapore
Dr. J.-Y. Raty

CESAM and Physics of Solids

Interfaces and Nanostructures, B5

Université de Lieége

B4000 Sart-Tilman, Belgium

Dr. J.-Y. Raty

UGA

CEA-LETI

MINATEC Campus

17 rue des Martyrs, F38054 Grenoble Cedex 9, France
Prof. R. Dronskowski, Prof. M. Wuttig

Jilich-Aachen Research Alliance (JARA FIT and JARA HPC)
RWTH Aachen University

52056 Aachen, Germany

Prof. R. Dronskowski

Hoffmann Institute of Advanced Materials

Shenzhen Polytechnic

7098 Liuxian Blvd, Shenzhen, China

Prof. M. Wuttig

JARA-Institute: Energy-Ef cient Information Technology (Green IT)
Forschungszentrum Jilich GmbH

52428 Jilich, Germany

© 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim


http://crossmark.crossref.org/dialog/?doi=10.1002%2Fadma.201904316&domain=pdf&date_stamp=2019-09-06

ADVANCED
SOINCF NEws MATERTALS

www.advancedsciencenews.com www.advmat.de

Selenides and tellurides often possess high values of the BornTable 1 Structures and some applications of,VI; compounds. The
effective charge Z, indicative for a large chemical bond polariz- gure-of-merit zT values are extracted from ref. [20]; all topological insu-
ability. They often do not strictly follow the 8N rule and show L?é?,r: g&??{t'fg] are taken from ref. [5]; and PCM properties are taken
large effective coordination numbers (ECoN) such that ordinary T

two electron-two center covalent bonds utilizing electron pairs

Crystal structure ~ Thermoelectricity Topological Phase-change

between nearest neighbors are unlikely. Furthermore, these (gure of merit  insulator  material
materials regularly reveal high values of the optical dielectric con- @300 K)
stant , a measure of the electronic polarizability at frequencies g T, -
' ALY Yes (0.57) Yes Yes
above the highest phonon modes. Finally, they show large values Rhombohedral(R3m)
of the Grlineisen parameter for transverse optical modeso, i _
p p So BS&  Rrombohe dralR3m) Yes (0.52) Yes Yes

indicative of a pronounced lattice anharmonicity, which signi -
cantly reduces the thermal conductivity of the lattidé81°] Bi,S; Orthorhombic (Pnma)  No (0.009) No No

For IV_—VI or tetrels-chal_cogen compounds such as GeTe or gp, e, _ Yes (0.3) Yes Yes
SnTe, this property portfolio has recently been attributed to a Rhombohedra(R3m)
bonding mechanism tentatively coined “metavalent” bonding spse,  Orthorhombic (Pnma) No No No
(MVB).I” 8 Materials utilizing this type of bonding are character (unmeasurable)
ized by unusual properties including high values of Z*, , and g, ¢ Orthorhombic (Pnmay) No No No
10, as well as an ECoN, which would come unexpected taking (unmeasurable)
into account the 8 N rule "8 Furthermore, this bonding mech- _AsTe - ves(02,038)9 B B
anism is accompanied by an unusual bond breaking procé&s. Rhombohedra(R3m) -

Finally, this unconventional bonding could be located in a 2D
map, in a region where about one electron is shared betweena)o-z Aand A0.3$ are gure-of-meritzT values parallel and perpendicular to hot
two nearest neighbors, while the electron transfer between Pressing diection.
two adjacent atoms is rather mode$t. As such, “metavalent”
bonding has been related to properties such as low thermaldelocalization (as in metallic bonding) and electron localization
conductivities which for the IV-VI compounds are favorable, (as in covalent bonding), which leads to signi cant electronic
that is, for applications in thermoelectric§>%lIindeed, it could interactions of intermediate distance. The weak coupling that
be shown that the breakdown of this bonding mechanism should exist across van der Waals gaps thus seems incompat-
along the pseudo-binary line between GeTe and GeSe is detriible with such a bonding mechanism.
mental for the power factor, a crucial gure of merit for ther Thus, it is fair to say that the bonding mechanism in I
moelectrics'®! Recently, a detailed study has been performed, compounds has not yet been determined beyond doubt, in par
which relates MVB to the favorable thermoelectric properties ticular because different bonding mechanisms could exist in
of several chalcogenides. It discusses among other aspects théhe same material but spatially separated from each ottf@ét.
role of the band anisotropy and its relationship to bonding?! Hence, it is highly desirable to study systematic trends for
The bonding mechanism prevalent in sesqui-chalcogenides the bonding in the family of WLVI; compounds, addressing
such as SkSe; or Bi,Se; compounds has attracted much less the question if they can be adequately described as 2D solids
attention, even though members of this family possess a range (which we will refuse in what follows). Furthermore, it needs
of interesting properties and applications, toB% As listed in  to be clari ed if the remarkable application and property port-
Table 1, they can be utilized as thermoelectri¢®] PCMs[1-16]  folio in certain V,VI; compounds (BjTes, Bi,Se;, Sb,Te;, and
and topological insulatord>®! These compounds are frequently -As,Te;) can be attributed to a unique bonding mechanism,
either denoted as WI5; compounds, where V and VI present which differs signi cantly from the well-established mecha-
an element of group V or group VI, or alternatively as the nisms of ionic, metallic, and covalent bonding.
Pn,Ch; family, where Pn represents a pnictogen like As, Sb, or  To unravel systematic trends for the properties and, pos-
Bi, while Ch stands for a chalcogen such as S, Se, or Te. Theibly, chemical bonding in \4VI; compounds, we study Biles,
similarity in properties between IV=VI compounds and WI;  Bi,Se;, Bi,S;, ShhTe;, ShSe, and SBS; as well as -As;Tes,
compounds raises the question if they can be attributed to aand compare the properties and characteristics with one rep-
similar bonding mechanism. While the resemblance of proper resentative 2D material, that is, GaSe. The crystal structures
ties would be in favor of such a similarity, differences in struc- of these materials are shown in Figuré. Four of these sesqui-
ture might indicate otherwise. \VI; or Pn,Ch; systems such as chalcogenides possess layered structures 8%, Bi,Se;, ShyTes,
Sh,Te; have been frequently described as 2D solids, where theand -As,Tes), composed of stacks of quintuplets (Figuréa).
large spacing between adjacent Te layers has often been terme@hese quintuplets are spatially separated by gaps, which are
as van der Waals gap?'8 Across such a gap, only weak van der frequently called van der Waals gaps, for simple but not neces-
Waals attraction should prevail, hence effectively decoupling sarily justi ed reasons. Similarly, GaSe, a typical 2D material,
adjacent ShTe; quintuples. Indeed, related chalcogenides such also has a layered structure, where quadruplets are separated
as Bj,Te; and Bi,Se, are often listed as 2D materialé’18These by van der Waals gaps (see Figure 1b). Finally, as shown in
2D materials are currently attracting a great deal of attention, Figure 1c, SBSe; reveals an orthorhombic structure, different
as they promise the realization of new functionaliti€d’°l Yet, ~from the other materials studied here. Note that Bfe; and
the picture of 2D behavior is dif cult to combine with the idea Sh,Te; have the same structure as BBe;, while Bi,S; and ShS;
of metavalent bonding, a bonding mechanism between electron adopt the same structure as $8e;. In the following, we will
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Figure 1. a—c) Structural models of BSg; (a), GaSe (b), and SiSe; (c).

employ different techniques to characterize and compare the measurements?42% Surprisingly, recently an unconventional
bonding in these compounds. and characteristic pattern of bond rupture has been found for
We start by employing atom probe tomography (APT), where a number of chalcogenides, where a successful laser pulse has
laser-assisted eld evaporation is utilized to break bon#8:23 a high probability of dislodging not one but several ions, a col-
During a laser-assisted APT measurement, a DC voltage oflective effecf!!] We have utilized the same technique to study
3-8 kV is applied to a needle-shaped specimen, which is exposethe bond rupture in sesqui-chalcogenides. Subsequently, we will
to laser pulses of 10-30 pJ and a xed pulse length of 10 ps.relate the bond breaking observed to the characteristic properties
Upon the combined effect of the applied eld and the laser of the material.
pulse, the surface atoms at the tip are desorbed and ioniZ&d. The laser—matter interaction in laser-assisted APT measure-
Usually, detection rates (percentage of successful laser pulsesinents is highly dependent on both the sample’s bandgap and
are employed, where only a small fraction of all pulses leads tothe photon energy of the lasd#?26.27lin general, materials with
the rupture of bonds at the apex of specimen and hence to thea bandgap larger than the laser photon energy show a more
detection of ions on the position-sensitive detector, contrary to complex evaporation behavid?/28 Yet, the materials studied
“nulls” where no bond rupture is detected. In our case, detec- here all possess bandgaps lower than the laser photon energy
tion rates between 0.5 and 2.5% have been chosen. Generallys listed in Table S1 (Supporting Information). Hence, one
during an APT measurement, a successful laser pulse, that is,would expect a similar bond breaking behavior for the com-
one that manages to dislodge ions from the tip, most probably pounds studied if they would all employ a similar bonding
leads only to one single ion on the detector (single event), whilemechanism. Instead, striking differences are observed from the
only a small fraction of laser pulses leads to more than one ion data depicted in Figure2.
on the detector called “multiple events.” Yet, a small but not-zero  As shown in Figure 2a, for Sf5e; and GaSe we mainly
probability of multiple events is always observed during APT observe single events, and their probabilities are 95.5% and

—

—~
O

-~

100% 3 100%

Bi,Se,
B2 b Se,
GaSe

80%
60%
10%

40%

20%

Probability of Multiple Events

Probability of Different Events &

1% 0%

Number of lons

Figure 2. a) Distribution of the size of multiple events for the three exemplary compoundsSBj Sh,Se;, and GaSe. The x-axis denotes the number

of ions (“size”) detected during one successful laser pulse. Therefore, “1” represents single events, while all others are multiple eventsS&opaBi

high probability of multiple events is detected, which demonstrates that the bond breaking 8eBdiffers signi cantly from bond rupture in SfSe;

and GaSe. b) Probabilities of the formation of multiple events for the compounds studied here. Opllg;,BBLSe;, ShTe;, and -As,Te; show a high
probability to form multiple events, while B$;, Sh,Se;, ShS;, and GaSe are characterized by an ordinary bond rupture, that is, a low probability of
multiple events. The same experimental conditions (laser pulse energy of 10 pJ, base temperature of 40 K, and detection rate of 1.0%) were used f
all measurements depicted here.

Adv.Mater.2019,31, 1904316 1904316 (3 of 10) © 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

ea10 sigeondde aup Aq pauianoB aEeone v {asn 40 SajNI 1oy ATIGI BUIUO ABIIA UO (SUORIPUOD-PUE-SWLISHWON" ASIIM ATRIGIaUNUO//:SARY) SUORIPUOD PUE SWISL aU 39S [rZ0Z/TT/6T] Uo ATeIdr SUlUO ASIIM ‘UOISSILWOD ABISUT SARRUISHY PUY OIWIOY 4oUsI-| AQ 9TEV06TOZ eWPe/Z00T 0T/I0p/Wo A3l ArRIgIiaulu0j/:Sany Wos PapeouMoq ‘Ev ‘6T0Z ‘S60VTZST



ADVANCED
SOINCF NEws MATERTALS

www.advancedsciencenews.com www.advmat.de

Table 2 Physical properties of all compounds studied. The average Born effective chéfgg, the effective coordination number (ECoN), the
bandgap (§), and the optical dielectric constant () are determined by our DFT calculations, while additional data such aand , the Debye
temperature p, and the electrical conductivity come from the literature.

A [S cmt] Log Z* g ECoN E, [eV] oY [K] )
Bi,Te 6.6 102 2.82 6.19 5.79 0.53 (35.4; 35.4; 25.5) 155 50; 85
Bi,Se 1.0 10° 3.00 4.98 5.66 0.54 (19.8; 19.8; 12.0) 182 16.5; 29
BiS 2.0 103 2.69 4.88 476 1.36 (14.0;14.1; 9.7) 284 13;9
ShyTe, 2.3 108 3.36 5.93 5.84 0.29 (39.5; 39.5; 24.7) 162 32,551
ShySey 4.0 107 6.40 4.41 417 0.76 (19.1; 18.5; 9.7) 292 15.1;145
ShyS; 1.0 108 8.00 4.24 3.92 1.28 (14.2; 12.5; 7,34) 364 9.5,7.2
-AsTe; 6.5 102 2.81 7.41 5.84 0.26 (65.7; 65.7; 42.6) 148 -
Gase 1.0 106 6.00 1.74 4.00 1.23 (8.2;8.1; 4.2) 342 7.1;7.45

aThe electric conductivities are extracted from ref. [29The Debye temperatures are extracted from refs. [30,3The experimental optical dielectric constants and
are extracted from ref. [32].

80.9%, respectively. In the rare cases that a multiple event iscantly lower than our case. Second, the absence of “dissociation
observed for GaSe and $8e;, it most probably only contains tracks” in the correlation histogram in Figure S2 (Supporting
two ions. On the contrary, the “collectiveness” (i.e., both the pro- Information) excludes eld dissociation as the mechanism
portion and “size” of multiple events) is much larger in BSe;,  responsible for the formation of multiple events observed here,
where even eightfold multiple events are clearly visible. There-as discussed in more detail in the Supporting Information.
fore, the observed high probability of multiple events (69.4%) Hence, the high probability of multiple events in our case is
as well as the large “size” of multiple events (up to eight) dis- neither caused by ordinary correlative evaporatiéfi nor disso-
tinguishes Bi,Se; from Sh,Se; and GaSe. The drastic contrast ciation of ions on their path to the detectd?® Instead, the high

is also displayed for other compounds studied. As shown in probability of multiple events provides ample evidence that the
Figure 2b, for BpS;, Sh,Se;, and SBS; we mainly observe single bonding in Bi,Te;, Bi,Se;, ShTe;, and -As,Tes is incompatible
events, and the probabilities of multiple events range from 5.6% with ordinary covalent bonding alone. Interestingly, the same
to 20.7%. The probability of multiple events for GaSe is evenfour compounds show remarkable applications ranging from
lower (4.6%). However, for BSe;, Bi,Te;, ShTe;, and -As,Te;,  PCMs to topological insulators and thermoelectrics. This raises
multiple events form the majority, and the probabilities for the question if the unique set of properties and hence applica-
such events range from 69.4% to 84.3%. The detailed distribu-tions can be related to an unconventional bonding mechanism.
tions of the “size” of multiple events for other materials can Therefore, in Table2 we have compiled data for character
be found in Figure Sla (Supporting Information). Hence, we istic material properties including the electrical conductivity,
observe a striking difference in bond breaking between 8, the Born effective charge Z*, ECoN, and the optical dielectric
Sh,Se;, SbS;, and GaSe on the one hand and f8e;, Bi,Te;, constant . With these properties it is possible to distinguish
Sh,Te;, and -As,Te; on the other hand. This is rather sur between the prototypes of metallic, ionic, and covalent bonding.
prising since BbSe; and ShSe;, for example, are isoelectronic. It would be ideal to also include a measure of the softness of
Furthermore, Bi and Sb are chemically very similar; hence, one the lattice, such as the Griineisen parameter. Even for complex
would have expected that the bond breaking of their selenidescases such as Ble; involving a large unit cell, one may cal-
also closely resembles each other. Yet, regarding their bondculate energy-resolved mode-speci ¢ rst-principles Griineisen
breaking, they fall into two different categories. As discussed parameters from which the macroscopic Griineisen parameter
in detail in the Supporting Information, these differences are then results as their arithmetic average, in excellent agreement
independent of detection rate and laser pulse energy. The largewith experiment[3¥] Nonetheless, the computational load is so
difference in the probability of multiple events between Bie;,  high that we use here the much cheaper Debye temperature
Bi,Se;, ShyTe;, and -As,Te; as compared with BiS;, ShSe;,  to conveniently characterize the bond stiffness/softness. These
and ShS; (and GaSe) hence points to intrinsic differences in parameters provide insights into the characteristic property
bond rupture for these two classes of sesqui-chalcogenides.  portfolio of the materials studied.

Multiple events in APT measurements have already been Inspection of Table 2 reveals a striking trend. The proper
seen previously by many researche®é:?5l The generation of ties of the four materials with unconventional bond breaking
multiple events is usually attributed to two mechanisms: (1) (Bi,Te;, Bi,Se;, ShTe;, and -As,Te;) differ signi cantly
correlated evaporation which refers to the subsequent evaporafrom the other four chalcogenides, where the bond breaking
tion of nearest neighbors at kink positions; and (2) eld dis- observed behaves normally (B8;, SbSe;, SbS; and GaSe).
sociation describing the decomposition of a larger molecular This is most obvious for the electrical conductivity. It shows a
ion into two or more smaller ions?#2 First, the multiple  sharp increase of more than nine orders of magnitude moving
events produced by correlated evaporation usually have muchfrom Bi,S; to Bi,Se; and from ShSe; to ShTe;. Clearly, the
lower probability (not higher than 10-20%), that is, signi- electrical conductivity may be regarded as a measure of electron
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delocalization. Hence, it is high in metals and low in undoped for , too. Finally, the lower Debye temperatures observed for
materials employing ionic or covalent bonding. Metavalently Bi,Tes;, Bi,Se;, ShTe;, and -As,Te; are indicative of overall soft
bonded materials like BjTe;, Bi,Se;, ShTe;, and -As,Te; have  bonds in these compounds.
intermediate values, signi cantly higher than those found for Hence, for the four sesqui-chalcogenides showing an uncon-
undoped ionic or covalently bonded materials. They are relatedventional bond-breaking mechanism, we observe a remark-
to a remarkably narrow range of electrical conductivities and able property portfolio. The electronic conductivity is almost
are close to the Mooij rule for bad metals (see Figure S6, Sup-metallic, while the violation of the 8 N rule leads to a large
porting Information), which identi es the critical conductivity = ECoN. Furthermore, the optical dielectric constant is unusu-
where the temperature coef cient of resistivity changes sign in ally large and the chemical bond polarizability (Born effective
metals to 6 1C0° S cm?.[34:3%] charge) is quite high. Finally, the bond strength is rather weak,
Metavalently bonded materials such as PbTe, GeTe, andn line with the low Debye temperature. All of these properties
GeShTe, typically show a characteristic feature, that is, anti- point to an exceptional phenomenon. We have recently shown
bonding states right at/below the Fermi energy as shown uti- for IV=VI chalcogenides such as GeTe or SnTe that these prop-
lizing crystal orbital Hamilton population (COHP)[6371 These erties are characteristic for an unconventional bonding mecha-
antibonding states can be emptied by vacancy formation asnism.[”8 The results presented here imply that the same type
demonstrated for a typical PCM GeShe,.*”] Sh,Te; is also  of bonding is not only found in IV-VI compounds but also
characterized by pronounced antibonding interactions in the prevails in \LVI; systems such as Bie;, Bi,Se;, ShTe;, and
highest occupied states close to the Fermi leW@l. To sup- -As,Te;, while other \LVI; compounds such as BB;, ShSe;,
press the antibonding states and stabilize the system, atomsand ShS; differ.
are expelled to form vacancies and the Fermi level is lowered, The observation of bonding dubbed “metavalent” in Bies,
thereby depopulating those energetically unfavorable states.Bi,Se;, ShTe; and -As,Te; is puzzling at rst sight, since
On the contrary, the COHP of Sf5e; shows almost no antibo- these materials are characterized by a clear gap between adja-
nding states close to the Fermi lev&® Thus, expelling atoms cent quintuples, which has been described as a van der Waals
to form vacancies is energetically costlier in covalently bondedgap. Such a gap implies rather weak coupling between adjacent
Sh,Se;. This can also be supported by two facts: (1) the ratherquintuples, solely based on dispersion forces (induced dipoles)
higher formation energy of vacancies in typical covalent mate-as a consequence of Heisenberg's uncertainty principle in a
rials such as Si, Ge, or GaAs. For example, in Si the forma-region of practically zero density. Hence, a systematic analysis
tion energy for a vacancy has been calculated to be 3.3*8V; of the gap between adjacent quintuples seems to be in place.
and (2) the increased formation energy of a vacancy along the As a rule of thumb, a shorter interatomic distance for the
Bi,Se;-ShSe; pseudo binary line*!! Hence, the pronounced same compound typically signals a larger bond strength
antibonding states in MVB materials contribute to the high although deviations exist for both molecules and solids. Hence,
carrier concentration. Besides, the weaker distortion and the rather simple bond length—bond strength concepts are fre-
delocalized nature of MVB in comparison with the localized quently utilized to rationalize the structure of molecules and
covalent bond are also bene cial to the electronic transport, for solids/*4 We also follow this train of thought based on bond
example, the mobility of BjSe, is higher than that of SbSe;,.*?  lengths in Figure 3 to compare the interatomic coupling
Therefore, it seems adequate to call these compounds incipientbetween two chalcogenide atoms, that is, “T@e” or “Se Se”
metals!®! which we assume to be van der Waals like to begin with. Theo-
Besides the electrical conductivity, the EC8N is another retically, the van der Waals bond length is equal to (or longer
good measure of the bonding mechanism employed. The ECoNthan) the sum of van der Waals radii of the two constituting
4 for tetrahedrally bonded covalent materials (such as llI-V atoms. To facilitate the comparison of different chalcogenides,
or 1I-VI semiconductors) is what one would expect given the the resulting distance is normalized to the theoretical van der
simple 8 N rule. However, the rather high ECoNs for p-bonded Waals bond length as mentioned above. For the four chalcoge-
Bi,Te;, Bi,Se;, ShyTe;, and -As,Te; are indicative of an elec- nides BiTes, Bi,Se;, ShTe;, and -As,Te;, the interatomic dis-
tron count incompatible with the 8 N rule. Such high effective tance is signi cantly shorter ( 10-15%) than expected for a van
coordination numbers are only feasible if the bond order for der Waals bonded system. On the contrary, for the van der Waals
the nearest neighbors is smaller than 1. This is indicative for bonded system GaSe the distance between adjacent Se atoms
a low valence electron count per atomic neighbor and resem-across the gap is even slightly larger by 2.9%. Therefore, for the
bles metal-like behaviol® in line with the high conductivities  four sesqui-chalcogenides BTe;, Bi,Se;, SkyTe;, and -As,Te;,
observed. the coupling across the gap is very likely to be stronger than
Moreover, three further properties are listed in Table 2, expected for weak van der Waals bonding. If that is true, the
that is, the Born effective charg&*,,, the optical dielectric reduced interlayer spacing and considerable coupling across the
constant (), and the Debye temperature (). They all probe van der Waals like gap suggest an additional energetic contribu-
different aspects of the bonding nature. represents the elec- tion besides the weak van der Waals bonding. This argument
tronic polarizability, while Z* describes the chemical bond is further supported by the calculation of the fraction of elec-
polarizability.®! The Debye temperature , nally is a measure trons between adjacent chalcogenide layers. While in GaSe only
of the softness of the lattice. First-principle data in Table 2 show a small fraction of an electron (0.04 e) is shared between adja-
that the Born effective charges are smaller for B85, SbS;, cent Se atoms across the gap, the corresponding numbers are
and SbSe; than for Bi,Te;, Bi,Se;, ShyTe;, and -As,Te;, where  much higher for BiyTe; (0.272 e), BiSe; (0.132 e), Sfie; (0.244
atypically high values are observed. Similar trends are observed), and -As,Te; (0.192 e), which identi es a signi cant charge
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+5% neighboring atoms in the class of WI; compounds. The cal-
culation method is similar to ref. [7] but slightly trickier than for
Theotatical YW % the IV=VI compounds discussed there, since now we have
Bond Length : two different chalcogen sites, which differ in their number of
8 electrons shared and electrons transferred to the neighboring
% . main-group V atom. In the Supporting Information, we hence
7 5% list the values for the electrons shared and electrons trans-
a ferred for all atoms in the unit cell. Subsequently, the average
9 10% value has been computed, which is plotted in Figuré. Nev-
g =R ertheless, it has to be veri ed if the behavior of the material
© can indeed be adequately described by such an average. After
E 15% 4 all, it is possible that one bond could be covalent, while the
c (o) . . .
= other one might be metallic, but the average appears as if the
T T T T T atoms would be metavalently bonded. There is a second sub-
Bi,Te, Bi23e3 SbZTe3 B-As,Te, GaSe tlety, which ought to be addressed. The map depicted in ref. [7]
utilizes the total number of electrons transferred as the-axis.
Clearly, this provides the means to differentiate ionic bonding
qu o OO OO from metallic bonding. However, using the total number of
° electrons transferred (see Figure S5, Supporting Information)
Q;),b i | €O OO %/Inu_aralomic leads to an x-axis value for MgO of 1.70, while NaCl is charac-
'"S?s'f;ﬁ'c"f\% ' Bonalongn | 2 g terized by an electron transfer of 0.87. It hence might appear
Q;) | | OO that MgO is signi cantly more ionic than NaCl. This is not
’bo | i OO QO the case, if the relative electron transfer is considered, which
(*) | i (&) is obtained by dividing the absolute electron transfer by the

) o ) ] oxidation state of the corresponding atom. For MgO, we thus
Figure 3.Interatomic distance between adjacent chalcogenide atomsniqin a relative electron transfer of 0.85, while NaCl is charac-

across the van der Waals like gap. To facilitate the comparison of differenfy i, o 1, 4 relative electron transfer of 0.87. Thus, regarding
chalcogenides, the resulting distance is normalized to the theoretical van

der Waals bond length by dividing the sum of van der Waals radii of twothe relative charge transfer, NaCl and MgO have very similar
constituent atoms. The interatomic distances Ofﬁ% (|eft) and GaSe iOniC Character, in ”ne W|th Chemical intuition. We can now use
(right) and the theoretical van der Waals bond length are sketched in thethis approach to characterize the charge transfer in the class of
lower panel. The light green circles denote the van der Waals radius of S&.,VI; compounds, where we divide the charge transfer of the
Note that th_e distances are not proportional to the real value in order togroup V element by 3, while the charge transfer of the group VI
stress the difference between these two compounds. element is divided by two.

The chemical bonding of the materials studied is visualized
density between adjacent layers. The charge shared betweem a 2D map shown in Figure 4. While material maps have
adjacent chalcogenide layers provides evidence for signi cantalready been presented in the last 50 years for various reasons,
coupling between these layers. We can hence conclude that thehe present approach adds something new. First of all, the
bonding mechanism between two quintuple stacks in layered coordinates of the map are obtained directly from a solution of
V,VI; compounds (BpTes, Bi,Se;, ShhTe;, and -As,Te;) is not  the Kohn—Sham equation and a density partitioning, not from
a pure van der Waals bond but a stronger interatomic inter empirical quantities. Furthermore, the map employs “natural’
action. Together with the unique bond breaking process and coordinates to separate bonding mechanisms, since sharing
anomalously high physical properties observed for these sesqui-lectrons between adjacent atoms and/or transferring elec-
chalcogenides, this alludes to an unconventional bonding trons seem to be the “natural coordinates” to describe bonding.
mechanism in this material class. The resulting map distinguishes ionic, covalent, and metallic

We have recently shown that bonding coined “metavalent” bonding, which are located in three distinct regions of the map.
in IV=VI compounds is also characterized by a unique range of lonic bonding (black points) is characterized by signi cant
electrons being shared and transferred between nearest neigh-charge transfer, but only a modest degree of electrons shared
bors[l All IV=VI compounds which showed unusual bond between adjacent atoms. On the contrary, covalent bonding is
breaking and unconventional properties are characterized by de ned by a signi cant sharing of electrons, distributing close
roughly one electron being shared between nearest neighborsto two electrons between adjacent atoms. Metallic bonding is
and a modest electron transféfl Clearly, this is neither the situ- characterized by small or vanishing electron transfer between
ation encountered in covalently bonded materials like diamond adjacent atoms, but also only small degree of electron sharing
(roughly two electrons, i.e., one electron pair) nor in metals, between adjacent atoms. Van der Waals solids are nally located
where much fewer electrons are available due to the largein the lower left corner, characterized by essentially zero elec-
number of nearest neighbors, or in ionic compounds, where tron sharing. Hence, all four bonding mechanisms are located
signi cant charge transfer occurs. This is further evidence in clearly separable regions of the map.
that we are dealing with an unconventional bonding mecha- Interestingly, there is a gradual transition from covalent to
nism. Hence, in the following we will try to determine the ionic bonding, in line with chemical intuition recognizing that
number of electrons shared and electrons transferred betweenmaterials like GaN or ZnO are polar semiconductors, that is,
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25 : : . The bonding in GeTe has been attributed to
R < a half- lled band of p-electrons, that is, on
e average three p-electrons per atofi?! This
o0l | is due to the fact that there is very little s-p
’ hybridization (or orbital mixing), so that the
g 3 p-electrons govern bond formatiof?-46With
. fo G: 0”%0[ ‘ two p-electrons from Ge and four p-electrons
a E 150 aee GAiif:: P . from Te, on average three p-electrons per
o 3O avore ‘A;gfg?"'“iags“e;e P atom are available. These p-electrons give
()¢e R KNG s rise to -bonds between adjacent atoms,
Y - P ® | which lead to the observed octahedral atomic
s 3" T, Y ook aott arrangement. The same situation is also
= Metangx g e encountered in ShTe,. Again, per site (if
ant n we also include one vacancy per quintuplet),
05| offirm a:é%;fﬁ;:‘" 1 three p-electrons are available. Hence, the
. oo movANE corresponding p-band is half- lled. Energy
O, Rba’jﬁg@"” minimization is achieved by formation of
5 ‘ . - e -bonds in GeTe and Sfie; which causes an
0.2 0.4 0.6 0.8 1.0 octahedral atomic arrangement in both cases.
Electrons transferred (renormalized) Yet, this electronic con guration is unstable,

as can be seen in Figur&b. The electronic
energy can either be reduced by a structural
distortion or by charge transfer between
Figure 4.2D map describing bonding in solids. The map is spanned by the electron transfefdjacent atoms. For simplicity, we consider
between adjac_ent atoms and the sharing of electrf_:)ns b_etween them. Triangles, diamonds,1p chain (“™) in Figure 5a,b, leading to a
squares, and c_|rcles denote tetrahedrally bonded so_llds, distorted and ideal rocksalt-type ((_Jcé nple parabolic band structure. This con g-
hec_jrally coordinated) structures, body-centered solids, _and close-packed metals, respective P/ . . .
while lled and open symbols represent thermodynamically stable and metastable phaseg.amOn 1S u.nstabl.e agglnst electron.transf.er
Larger symbols denote the seven sesqui-chalcogenides studied here. Al ideal rocksalt stiiP) or Peierls distortion (1D atomic chain
tures for materials with half- lled p-bands are located on one line, spanning from Agshde “ ” and “ ), leading to the opening of a
PbSe, while all distorted octahedrally coordinated structures are situated above it, characterizgalp. The stronger the distortion, the larger
by a larger number of electrons shared. the bandgap and the resulting decrease of
potential energy. This phenomenon and the
they have both ionic and covalent bonding contributions. One resulting in uence on bonding mechanism are also visible in
key feature of the present map is that both contributions can Figure 4. In this 2D electronic map, all ideal rocksalt-type struc-
now be adequately characterized by the number of electronstures of systems which utilize -bonds of p-levels, are located
shared and electron transferred. The green region in-betweenon one line, spanning from AgSbTe to PbSe, while all dis-
denotes all materials which show an unconventional property torted octahedrally coordinated structures are characterized by
portfolio including high effective coordination numbers, large a higher level of electrons shared which eventually undermines
Born effective charges, high optical dielectric constants, rather the metavalent bonding and nally causes the transition toward
low Debye temperatures, and an almost metal-like electrical covalent bonding.
conductivity. These materials clearly fall in a distinct region of  The calculated density of states of Ske; and ShS; con-
its own. rms this view. Both the valence and the conduction band are
We can now draw the points for the seven sesqui-chalcoge-dominated by p-levels, even though the distortion is much
nides we have studied. As one can see in this gure, they fall in more pronounced for SbS;. The size of the Peierls dister
two different groups regarding their bond breaking and proper tion apparently scales with the increase of the number of
ties. Hence, also in the map these two pairs of compounds spanelectrons shared above one. If we ignore electron transfer, the
two separate regions, which do not overlap. Bk, ShSe;, and ideal octahedral structure is found for one electron shared
Sh,S; are all located in the region of covalent bonding. On the between adjacent atoms. This can be seen in Figure 4, where
contrary, BbTe;, Bi,Se;, ShTe;, and -As,Te; are found in the  the cubic (undistorted systems) are lying on one line. fSie
region characteristic for metavalent bonding. In the very same and ShSe; have same level of electron transfer but appar
region, also octahedrally coordinated IV-VI compounds (tetrel- ently a different count of electrons shared, equivalently, they
chalcogenides), such as GeTe, SnTe, or PbSe are found, whichliffer in the degree of Peierls distortion (see Table S3, Sup-
show the unconventional property portfolio of metavalently porting Information). In Sb,Tes, Bi,Se;, Bi,Te;, and -As,Tes,
bonded materiald”! This raises the question if there are simi- weak Peierls distortions prevail. Hence, about one electron is
larities between, for example, GeTe and Je;. Both material shared between adjacent atoms. In §8;, on the contrary, a
classes show a similar atomic arrangement. Their structures canmuch stronger Peierls distortion occurs, incompatible with
both be described as a distorted octahedral arrangement. Thismetavalent bonding. This is further supported by the large
similarity in atomic arrangement and, at the same time, prop- bandgap and the more distorted octahedral motifs of $h,
erties is indicative for a pronounced resemblance in bonding. Sh,Se;, and BiS;.

.(21 o—>»o0 QZ
AQ

Adv.Mater.2019,31, 1904316 1904316 (7 of 10) © 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

eal) a|gedlidde ayy Ag pausanoh ae sajale YO {asn Jo sajni 10} Areqi auljuQ ASJiA\ UO (SUORIPUOD-pUEB-SWLIBY /WO A3)Im Arelqijauljuo//:Ssdny) suonipuo) pue swia] ays 39S ‘[yZ0z/TT/6T] uo Areigr] auljuQ Asjip ‘uoissiwwo ABIaug aAneuIa)ly puy dIWOlY youald Aq 9TEF06TOZ BWPR/Z00T 0T/I0p/Wod As)m Arelqiiauluoy/:sdny wouy papeojumoq ‘€ ‘6T0Z ‘S607TZST



ADVANCED
SOINCF NEws MATERTALS

www.advancedsciencenews.com www.advmat.de

Figure 5. a) Octahedral atomic arrangement as observed to rst approximation in GeTe and&bThis arrangement is a consequence of thébonds

formed between adjacent atoms due to the half- lling of the p-band. Such a con guration is unstable, as shown for the schematic of an undistorted 1D
atomic chain. Two options exist to lower the energy: electron transfer and atomic distortions (Peierls distortion). b) Both charge transfer and the Peierls
distortion lead to an opening of a gap and hence a decrease in potential energy for the occupied states. c) This view is supported by the calculated
density of states for Sf%; and ShTe;. The degree of Peierls distortion is described by the averaged radii of three shpend three long () bonds,

that is, n/r;. Note that for ShS; (Sh,Se; and B}S;), there are two different cation positions acting as the center of two different octahedral motifs.
These two octahedral motifs have therefore different level of distortion, as indicated by the different valugs,ofor both materials, the valence

band is dominated by p-electrons, even though the octahedral motif is more distorted y&Sb

In Figure 6, three physical properties are employed to sesqui-chalcogenides, but also the optical dielectric constant
extend the 2D map to a third dimension. In all three maps, and the Born effective charge Z* for these compounds pro-
the properties of BjTe; Bi,Se;, ShTe;, and -As,Te; stand trude. The unusual values and the apparent discontinuous
out. Furthermore, the properties of these compounds also transition support the view that an unconventional bonding
differ clearly from the characteristics displayed by the other mechanism prevails in BjTe;, Bi,Se;, ShyTe;, and -As,Tes.
three sesqui-chalcogenides EB8; ShSe;, and SBS;. This is In summary, the wealth of experimental data together with
most obvious for the electrical conductivity, which increases by selected theoretical descriptors suggest a unique bonding
nine orders of magnitude upon the transition from the cova- mechanism for BipTes, Bi,Se;, ShTe;, and -As,Te;. This con-
lently bonded sesqui-chalcogenides to the metavalently bondecdclusion is derived from several observations. Laser-assisted APT

Figure 6.a—c) The 2D map is extended in the third dimension using three independent properties, that is: a) the Born effective charge Z*, b) the
optical dielectric constant , and c) the electrical conductivity log. Black, red, and blue, respectively, describe materials which utilize predominantly
ionic, covalent, and metallic bonding. Green denotes materials with an unconventional property combination and unusual bond breaking as revealed
by APT. The corresponding materials are characterized by anomalously high values of all three indicators (green bars), a property portfolio not revealed
by any other bonding mechanism.
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