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H I G H L I G H T S

• Model low alloy forged and tempered steels have been manufactured with chemical compositions representative of RPV steel at nominal composition, high and very 
high levels of macrosegregations.

• Contrary to what is observed on common carbon steels, the lowest fracture and impact toughness transition temperatures are obtained for the highest carbon 
content alloy.

• Intergranular fracture is observed for the most enriched and brittle resistant model material.
• Cleavage fracture is observed on the nominal and high carbon content materials, initiating from molybdenum/manganese enriched carbides located at grain 

boundaries.
• The improvement of brittle fracture resistance with the level of carbon content is analyzed as the combined result of a higher hardenability of the material, that 

produces a smaller grain size and tougher crystalline microstructure, and of a smaller size of the carbides in the material.

A R T I C L E  I N F O
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A B S T R A C T

The influence of the chemical composition on the brittle fracture behaviour of quenched and tempered low alloy 
bainitic steels was investigated thanks to the laboratory elaboration of three model alloys which have underwent 
a heat treatment to improve their chemical homogeneity. Two model materials with chemical compositions 
simulating zones of large (0.29 %C) and intense (0.38 %C) positive macrosegregation were characterized and 
compared with the nominal composition material (0.18 %C). The ductile to brittle transition temperatures T56J 
and T0 of the materials with nominal and large carbon content are similar, whilst those of the material with the 
highest carbon content are unexpectedly significantly lower. Fractographic analyses indicate that the brittle 
fracture mechanisms depend also on the chemical composition. For 0.18 and 0.29 %C, cleavage is the dominant 
brittle fracture mechanism, whilst a mix of cleavage and intergranular failure is observed for 0.38 %C at the same 
levels of fracture energy or toughness. When cleavage failure is the dominant mechanism, it often originates at 
large molybdenum and manganese-enriched carbides located at grain boundaries likely identified as former 
austenitic grain ones. Microstructural analyses show variations of the large carbide population and ferritic grain 
size between the three alloys. Also, as carbon content increases, an evolution towards a lower bainite/martensite 
crystallographic microstructure is observed. The effects of these microstructural differences on the brittle frac-
ture behavior are discussed.

1. Introduction

In the nuclear industry, parts of very large components such as the 

Reactor Pressure Vessel (RPV), the pressurizer and the steam generator 
are forged from heavy ingots. These ingots generally contain zones of 
positive macrosegregation, where the content of carbon, other alloying 
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elements and impurities is larger than the nominal composition of the 
ingot. Positive macrosegregation has an industrial impact because it 
may lead to the embrittlement of ferritic steels such as RPV steels [1–6]. 
For some large forgings, macrosegregated zones cannot be fully elimi-
nated during fabrication and limited segregations can still be present in 
the final component. In some rare cases where the level of macro-
segregation could be larger than expected, extensive destructive mate-
rial characterizations can be required to check that the brittle fracture 
toughness still ensures the structural integrity of the component [5,6].

The microstructure of macrosegregated materials can feature some 
important differences when compared to non-segregated materials. As 
expected, it was observed that carbide and inclusion density increased 
due to the macrosegregation [7–9], which has been appointed as the 
main cause for possible embrittlement [7,10,11]. However, in addition 
to the bulk chemical composition enrichment associated with macro-
segregation, local zones of microsegregation originated during the ingot 
casting are much more abundant and intense in the macrosegregated 
zones than in the non-macrosegregated ones [3,7,9,10,12]. Conse-
quently for a given cooling rate, several heterogeneous microstructures 
such as upper bainite, lower bainite, martensite and 
martensite-austenite (M-A) islands have been reported for the same 
macrosegregated samples [3,7–10] after quenching phase of the pro-
cessing route, not considering post-forging & welding heat treatments. 
Due to these microstructural and chemical heterogeneities, it is not 
straightforward to isolate the effects of the bulk chemical composition 
on brittle failure. For instance, Yan and co-workers [10] observed, for 
the same bulk chemical composition, an increase of almost 60 J on the 
average absorbed energy from Charpy tests at − 21 ◦C after a homoge-
nization heat treatment. This result was attributed to the reduction of 
the M-A island’s content, which were detrimental to the toughness 
properties since they decomposed into ferrite and carbide-rich zones 
after tempering. Within this context, an investigation of the effects of 
bulk chemical composition evolution (i.e. macrosegregation without 
microsegregation) on the brittle failure of low alloy steel large forgings 
is of interest. For this purpose, tensile tests, Charpy V-Notch impact tests 
and brittle fracture toughness tests were performed on three model 
materials manufactured with different levels of carbon content and the 
corresponding co-segregated alloy elements. These alloys had been 
submitted to a homogenization heat treatment prior to forging and 
classical heat treatments performed on industrial components, in order 
to reduce drastically microsegregations. The microstructures of the al-
loys are investigated as well as the nature of the brittle fracture initiators 
when relevant. Finally, an empirical approach and a local approach 
model to brittle fracture are used to study the variation of the cleavage 
critical stress between the three materials.

2. Materials and experimental methods

2.1. Materials

Three materials obtained from small laboratory castings (~100 kg, 
with ~55kg that remain after ingot head cutting) have been investi-
gated: a material with a chemical composition similar to the RCC-M code 
material type 18MND5 bainitic pressure vessel steel (close to ASME 
A508 Gr3 Cl2)—i.e. non-segregated material—and two materials with 
chemical compositions simulating zones of large (~0.29 %C) and 
intense (~0.38 %C) positive macrosegregation. Table 1 presents the 
chemical compositions of the three model materials. As can be seen, for 

the two materials simulating positive macrosegregations, the content of 
other elements such as Mn, Ni, Mo are also increased compared to the 
18MND5 type composition, thus reproducing the typical chemical 
composition observed in macrosegregated zones of large forgings. 
However, for the sake of simplicity, in the following, each material will 
be referred to by its carbon content and property variations between the 
model alloys will be mainly discussed based on the carbon content 
variation.

For all materials, a homogenization heat treatment (1200 ◦C, 24h) 
was carried out before forging operations in order to reduce as much as 
possible the microsegregations that could be observed notably for ma-
terials simulating the highest level of macrosegregation in a previous 
investigation [8,9]. Although this homogenization treatment is not 
exactly the treatment performed at the heating of the ingot on industrial 
components, it was carried out on the current laboratory materials in 
order to try to separate the effects of the “bulk chemical composition” 
from those of the micro-segregations. After homogenization, forging 
operations were carried out in two phases, leading to an equivalent 
forging ratio of ~ 4.65. Forging is followed by a heat treatment pro-
cedure, which consists of baking, austenisation, quenching and 
tempering, and post-weld heat treatments (see Fig. 1 for temperatures 
and durations).

To assess the effectiveness of homogenization, Vickers microhard-
ness HV0.2 maps (60 vs 60, indentations separated by 150 µm) were 
obtained. When compared to the previous experimental work [8,9], the 
average hardness is similar, but a reduction in the standard deviation is 
observed for all materials, especially for the highest carbon content, that 
was also the most microsegregated in the previous work: at ~0.18 %C, a 
reduction from 13 to 7 HV was observed; at ~0.29 %C, from 18 to 11 
HV; and at 0.38 %C, from 21 to 7 HV.

2.2. Mechanical tests

Mechanical characterization was carried out using both tensile and 
fracture mechanics tests. Tensile tests were conducted according to the 
NF EN ISO 6892 standard Sections 1 and 3 depending on the test tem-
perature. Testing was made on a MTS rig, with a 100kN loading cell. 
Closed loop control consists in a constant beam displacement at 0.6 mm/ 
min, leading to an estimated equivalent strain rate of 2.10− 4 s− 1. To 
characterize the brittle failure resistance of the three materials, impact 
tests on standard Charpy V-Notched (CVN) specimens and fracture 
toughness tests on 12.5 mm thick Compact-Tension (CT) specimens 
were carried out. CVN tests were conducted according to the NF EN ISO 
148–1 standard, on a Brugger RKP 450J pendulum striker from Zwick-
Roell, equipped with an automated system that ensures both thermal 
regulation and automatic transfer of the test specimen to the anvil. CT 
toughness measurement tests were done according to the ASTM E 1921 
standard on a MTS rig with a 100kN loading cell. For Charpy tests, be-
tween 2 and 4 tests were performed at each temperature. For 0.18 %C 
and 0.29 %C grades, tests were carried out at 8 different temperatures, 
whilst 9 temperatures were used for the 0.38 %C one. In total, 20 
specimens were used for each material. The investigated temperatures 
ranged from − 140 ◦C to 150 ◦C, resulting in energy levels between 5 and 
218 J. For fracture toughness tests, between 2 and 5 tests were carried 
out at each temperature. For 0.18 %C and 0.29 %C, tests were carried 
out at 4 different temperatures, whilst 5 temperatures were used for 0.38 
%C. In total, 15 specimens were used for each material. The investigated 
temperatures ranged from − 150 and +30 ◦C, resulting in fracture 

Table 1 
Chemical compositions (in % wt) of the three model materials. Fe as balance.

Material C Mn Ni Mo Cr Si Al O N P S

0.18 %C 0.18 1.47 0.76 0.50 0.17 0.18 0.013 0.0021 0.0023 0.0077 0.0012
0.29 %C 0.29 1.67 0.83 0.58 0.17 0.23 0.0259 0.0017 0.002 0.0074 0.0024
0.38 %C 0.38 1.79 0.90 0.64 0.17 0.26 0.0257 0.0016 0.0021 0.0074 0.0023
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toughness levels between 40 and 250 MPa.m0.5. From Charpy and 
fracture toughness tests, brittle-to-ductile transition reference temper-
atures T56J (temperature at which the CVN absorbed energy is 56 J) and 
T0 (temperature at which KJc = 100 MPa

̅̅̅̅̅
m

√
) were identified and used 

to quantify the evolution of brittle failure resistance with chemical 
content: a decrease in T56J and/or T0 between two states of a material 
indicates that the material becomes more resistant to brittle fracture.

2.3. Microstructural and fractographic analyses

To characterize the evolution of the microstructure, Electron Back-
scatter Diffraction (EBSD) maps of approximately 70 000 µm2 (300 vs 
225 µm, step of 0.25 µm at 20 keV) were obtained using a Jeol JSM- 
7001F Scanning Electron Microscope (SEM) and a Bruker eFlash de-
tector. From these maps, the distributions of misorientation angles be-
tween two neighbouring pixels were identified for the three materials. 
To avoid highlighting slight misorientations, frequent inside bainitic 
and martensitic microstructures, angles below 2.5◦ were not considered 
in the present analyses. Based on misorientation angles, the average size 
of both prior austenitic grains (PAG) and ferritic grains could be esti-
mated. As a first basic approach, a ferritic grain boundary was here 
defined as a misorientation angle larger than 15◦, a critical value that 
approximately corresponds to the minimum theoretical disorientation 
between two ferrite grains within the same PAG [13]. According to the 
same reference, no disorientations between ferrite grains located inside 
the same PAG should be observed in the range [20;50◦]. Therefore, any 
misorientation in this range is supposed to be the result of a grain 
boundary between two PAG. The traces on the EBSD map of the grain 
boundaries misorientations in the range [20;50◦] are thus used to 
determine the average size of PAG.

Due to the increase in the alloying elements content (for the same 
quenching rate), the microstructure is expected to evolve from upper 
bainite towards lower bainite/martensite [3,10]. To quantify this trend, 
the properties of lower bainitic/martensitic microstructures reported in 
the literature were used to define different microstructural parameters. 
Authors have observed that lower bainitic/martensitic microstructures 
feature a higher frequency of misorientation angles between 50–60◦

when compared to upper/granular bainite [13,14]. It was also observed 
that misorientation angles associated with lower bainitic/martensitic 
transformation were 55◦ 〈110〉 and especially 60◦ 〈111〉 (CSL 

∑
3 grain 

boundaries) [13]. Based on these observations, three indicators were 
used: 

1) R, defined as the ratio of the peaks around 60 and 55◦ on the 
misorientation angle distribution;

2) The density of 
∑

3 grain boundaries, identified using the tolerance 
given by the Brandon criterion [15];

3) µ, defined as the cumulative distribution function of misorientation 
angles from 62 down to 50◦.

The brittle failure of low-alloyed steels is caused by the unstable 
propagation of a microscopic crack, which appears due to the rupture of 
a microscopic brittle phase [16–18]. Since this phase is often a carbide 
[19–23], a statistical analysis of the carbide population was carried out 
to identify its equivalent diameter distribution. Metallographic samples 
were prepared and etched using 2 % Nital for a few seconds (5–10 s) to 
reveal mainly the carbides. To have both a good image resolution and a 
representative carbide sample, 8 sequential SEM images with an 
amplification of 5 000x were acquired for each material. These images 
were combined to create a new one with approximately 31 million pixels 
and 3000 µm2 of area, which was then analysed to identify the 
morphological properties of the carbides. To avoid artefacts, only car-
bides whose area was greater than 0.01 µm2 were considered. Finally, 
the following adaptation of the Weibull probability density function 
proposed by Lee was identified in experimental results [24]: 

dF
dr

=
2α
β

(
2r − γ

β

)α− 1

exp
[

−

(
2r − γ

β

)α]

, (1) 

where α, β and γ are the distribution parameters, and r is the equivalent 
radius of the carbide.

For the selected Charpy and CT specimens at the ductile-to-brittle 
transition (25–60 J and 80–175 MPa

̅̅̅̅̅
m

√
), fractographic analyses were 

performed (5 for 0.18 %C, 6 for 0.29 %C and 6 for 0.38 %C) to identify 
both the brittle failure mechanism (cleavage and/or intergranular 
fracture) and the microstructural feature at the origin of brittle failure. 
This microstructural feature was determined based on the crack prop-
agation path inferred from cleavage river marks, when possible (i.e. in 
the absence of significant intergranular fracture). Each time a precise 
microstructural feature was identified, Energy-Dispersive X-ray spec-
troscopy (EDX) was carried out for a qualitative analysis of its chemical 
composition using a Bruker XFlash 6–30 detector. To minimize the in-
fluence of matrix composition on the EDX spectra of such small micro-
structural features (typically a few tenths of a micron), a sensitivity 
analysis was carried out, from which the following parameters were 
obtained: acceleration voltage of 10 keV, dead time of 20–40 % and 1–2 
million counts per spectrum.

Fig. 1. Schematic representation of the heat treatments carried out after homogenization and forging.
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3. Experimental results

3.1. Mechanical tests

The true stress-plastic strain curves of the three materials are pre-
sented in Fig. 2a–c, whilst the evolution of yield stress with the tem-
perature is presented in Fig. 2d. The yield stress evolution is described 
with a two terms equation: one does not depend on the temperature and 
the other one does. For the same carbon content, the yield stress in-
creases when the temperature is reduced. This trend is especially 
important at 0.38 %C, tested at smaller temperatures, whilst a weaker 
dependence on the temperature is observed at 0.29 %C. At a given 
temperature, yield stress also increases as the carbon content rises. This 
evolution can potentially be explained by the evolution of both the 
carbide population and the ferritic grain size, which will be further 
discussed in a subsequent subsection. One should notice the presence of 
Lüders bands for all materials, which persist after the initial yield until εp 

increases from about 1 to 2 % with the decrease of the test temperature.
The results of both Charpy and fracture toughness tests are presented 

in Fig. 3a and b. As expected, the upper shelf energy of Charpy curves 
decreases with the carbon content, which is likely related to the increase 
in the carbide density that promotes the growth and coalescence of 
cavities initiated on relatively large non-metallic inclusions. In the 
transition regime, an unexpected evolution of T56J and T0 (Fig. 3c) is 

observed: the highest resistance against brittle failure (i.e. lowest 
reference temperatures) is observed for 0.38 %C, whilst similar re-
sistances are observed at 0.18 and 0.29 %C. This result is somehow 
surprising since macrosegregation in large forgings has usually been 
associated with the embrittlement of ferritic steels such as pressure 
vessel steels [1,3,5]. The possible explanations for this unusual behav-
iour will be discussed in detail in Section 5.

3.2. Fractographic analyses

A summary of the fractographic analysis results is shown in the 
Appendices (Tables A1 and A2). These analyses indicate that the brittle 
fracture mechanism depends on the carbon content, as shown in Fig. 4. 
For the materials with 0.18 and 0.29 %C, transgranular cleavage is the 
dominant mechanism, whilst a mix of transgranular cleavage and 
intergranular fracture is observed for the material with 0.38 %C (Fig. 4). 
Due to the significant presence of intergranular failure at 0.38 %C, 
initiation sites could not be identified on this alloy. For the other two 
materials, the microstructural feature at the origin of cleavage fracture is 
predominantly carbides (8/11). Most of these are enriched with Mo-
lybdenum and Manganese (6/8), as indicated in Fig. 5. The equivalent 
diameter of the carbides at the origin of brittle failure ranged from 0.20 
to 0.80 µm. This result is consistent with recent literature results in 
which large and brittle carbides at grain boundaries were identified as 

Fig. 2. True stress vs true plastic strain curves before necking at (a) 0.18 %C, (b) 0.29 %C and (c) 0.38 %C and (d) evolution of the yield stress with the temperature 
for all three materials.
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the microstructural elements at the origin of brittle failure of low- 
alloyed steels [19,20,23]. Note that all those carbides triggering 
macroscopic brittle fracture are found in the current study near the 
interface of two or more cleavage facets, suggesting that carbide local-
isation also plays a role in the initiation of brittle failure. For the 
remaining cases (4/11), featureless initiation sites—classified as 
possible grain boundaries and rough facets—are identified (Fig. 6).

3.3. Microstructural characterization

The EBSD images obtained for the three materials are presented in 
Fig. 7a–c, and the associated misorientation angles distributions are 
presented in Fig. 7d. Qualitatively, the results presented in Fig. 7a–c 
indicate that the microstructure evolves as expected towards a lath-like 
microstructure, likely lower bainitic/martensitic, when the carbon 
content is increased. This is quantitatively confirmed by the evolution of 
the microstructural parameter µ, the percentage of 

∑
3 grain boundaries 

and the R parameter (Fig. 8).
The average size of prior austenitic grains deduced from EBSD maps 

is similar for the three materials, ranging from 31–37 µm. These values 
are consistent with those reported in the literature [7,11] for this class of 
materials. However, the average size of ferritic grains decreases as the 
carbon content increases, as presented in Fig. 9. This reduction, asso-
ciated to a better hardenability, may partially explain the increase in the 
yield stress with carbon content presented in Fig. 2d due to a possible 
Hall-Petch effect, in addition to hardening by thin carbides like M2C [25,
26]. Note, however, that a comparison with the ferritic grain sizes 
observed in the previous investigation [8,9] (which were almost 

independent of carbon content) suggests that the current result is not a 
simple effect of a variation in the chemical composition itself but is 
probably also associated with differences between the thermomechan-
ical processing routes applied in these two studies. The increase in the 
ferritic grain size of the present investigation may lead to an embrit-
tlement, as indicated by previous results reported in the literature 
[27–29]. The comparison between ferritic grain sizes presented in Fig. 9
suggests that this effect should be especially pronounced at 0.18 %C.

The evolution of the equivalent diameter distribution of carbides 
with carbon content is shown in Fig. 10a, and the parameters of the Lee- 
Weibull distribution are shown in Table 2. It is also observed that the 
carbide surface fraction—all carbide sizes comprised—increases with 
carbon content, as expected. Consequently, a part of the yield stress 
increase due to the Orowan mechanism is expected to increase with the 
carbon content, which is consistent with the results presented in Fig. 2d. 
However, one can see that large carbides are less predominant for ma-
terials with the highest carbon contents than for the 0.18 %C material. 
Since fractographic analyses indicate that only carbides greater than 0.2 
µm seem to play a role in brittle failure initiation, an adhoc distinction 
between large (≥0.2 µm) and small (< 0.2 µm) carbides is proposed. To 
consider the combined effects of the evolution of distribution and car-
bide surface fraction with carbon content, the number of both total and 
large carbides for the same surface area is presented in Fig. 10b. It is 
observed that large carbides population is greater at 0.18 %C, despite 
the smaller total carbide population. Due to the change in the carbide 
size densities with carbon content, most of the carbides of the materials 
with the highest carbon content are too small to induce brittle failure. 
Hence, the carbon content increase is expected to reduce the number of 

Fig. 3. Evolution of the (a) absorbed energy from Charpy tests, (b) fracture toughness and (c) T56J and T0 with the carbon content.
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potential initiation sites in this case [27,30–32], leading, from the brittle 
fracture point of view, to a strengthening effect rather than the 
embrittlement usually expected by the increase of the carbides total 
number density.

As previously discussed, Mo and Mn-enriched carbides were the 
predominant microstructural element at the origin of brittle failure. 
Similar type of carbides has been characterized on other model alloys as 
cementite containing different %wt of Mn and Mo [33]. More recently, 
on industrial materials, carbides with similar Mn and Mo contents have 
been characterized as M3C but also as M23C6 carbides [23]. In a first 
attempt to describe qualitatively the proportion of Mo-enriched car-
bides, the EDX spectra of 20 carbides chosen randomly at multiple 
intergranular facets of the fractographic surface as the one shown in 
Fig. 6b are obtained. The number of carbides analysed was 5, 7 and 8 for 
the materials at 0.18, 0.29 and 0.38 %C, respectively. The resulting EDX 
spectra are presented in Fig. 11, in which only the spectra envelopes are 
presented for the sake of visual clarity. Little variation is observed be-
tween the Mo peaks for the three materials, suggesting the Molybdenum 
content of these carbides does not vary significantly between materials. 
Due to this similarity, the three envelopes can thus be combined and 
compared to the EDX spectra of carbides found at initiation sites at 0.18 
and 0.29 %C. As shown in Fig. 12, these random carbides do not feature 
the pronounced Molybdenum peaks observed for the majority (5/6) of 
the carbides found at initiation sites. In addition to their particular 

chemical composition, the smallest carbides identified at an initiation 
site were larger than 84.6 % and 99.8 % of all carbides used for the 
morphological analyses at 0.18 and 0.29 %C, respectively. Finally, all of 
them were found at the interface of the cleavage facets, which are likely 
prior austenitic grain boundaries [23,30]. All these observations suggest 
that brittle failure initiation is controlled in these materials, apart from 
small inclusions, by the relatively rare large Mo-enriched carbides 
located at grain boundaries that could be prior austenitic grain bound-
aries, and that other carbides do not play an important role in it.

4. Modelling

4.1. Critical fracture stress

As discussed in the previous section, the lowest transition tempera-
tures are observed at 0.38 %C, for which a lower bainitic/martensitic 
microstructure is observed. For this class of RPV steels, martensitic mi-
crostructures may indeed sometimes exhibit lower transition tempera-
tures than upper bainitic ones after tempering [34]. In the present study, 
both the ferritic grain size reduction and the decrease in the large car-
bide population suggest that a higher carbon content may lead to a 
microstructure that is globally more resistant to cleavage failure for 
these homogenized model materials. To verify this hypothesis, a critical 
fracture stress is calculated from instrumented impact Charpy tests using 

Fig. 4. Typical brittle fracture mechanisms observed for the three materials: (a) cleavage at 0.18 %C (39,9 J at -20 ◦C), (b) cleavage at 0.29 %C (25,7 J at -40 ◦C) and 
(c) mix of cleavage and intergranular fracture at 0.38 %C (57,0 J at -40 ◦C). (d) A detailed view of intergranular fracture presented in (c).

C. Bemfica et al.                                                                                                                                                                                                                                Journal of Nuclear Materials 607 (2025) 155668 

6 



Fig. 5. Initiation site identified as a Molybdenum/Manganese-enriched carbide (CT specimen with 0.29 %C, 146 MPa
̅̅̅̅̅
m

√
at -30 ◦C, both half-specimens).

Fig. 6. “Featureless” initiation sites: (a) possible grain boundary (CT specimen with 0.18 %C, 116,2 MPa
̅̅̅̅̅
m

√
at -50 ◦C) and (b) rough facets circled in dash-red lines 

(CT specimen with 0.29 %C, 80 MPa
̅̅̅̅̅
m

√
at -90 ◦C.).
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the methodology proposed by [35].
The critical fracture stress is the theoretical stress level at which 

failure occurs at the onset of plastic deformation of the sample. In this 
case, a limited amount of plastic deformation is present, only enough to 
induce the rupture of the brittle microscopic phase at the origin of 
failure. Since failure is (almost) exclusively brittle, the value of the 
critical fracture stress is an indirect measure of the brittle fracture 
resistance of a given microstructure: an increase in the critical stress 
indicates that the microstructure becomes more resistant to purely 
brittle failure. The critical fracture stress can be estimated from Charpy 
instrumented tests as illustrated in Fig. 13. First, the values of the 
maximum force (Pm) and the force at general yield (Pgy) of each test are 
recorded (Fig. 13a). Afterwards, the evolution of both Pm and Pgy with 
the temperature is determined (Fig. 13b). When Pm = Pgy, failure occurs 
at the onset of plastic deformation, and the critical fracture stress can 
thus be estimated using the following expression [35]: 

σ ∗ = (2.35)(45.8)P∗ (1a) 

in which P* is the force for which Pm = Pgy at the temperature T*.
The evolution of Pm and Pgy with temperature for the three materials 

is presented in Fig. 14a-c. For a few tests, failure occurred before a 
significant deviation from the linear stage of the force vs. time curve 
(grey zone in Fig. 13a). For these cases, Pgy could not be determined and 
only Pm is presented. The value of P* used to estimate the critical stress is 
thus the intersection point of both fit curves, as schematically illustrated 

in Fig. 13b. Note that the intersection points obtained by this method-
ology are nonetheless consistent with the values of Pm that could be 
directly extracted from raw data in the cases where such data are 
available in this intersection region (0.18 %C and especially 0.38 %C). 
From these values of P*, the evolution of the critical fracture stress with 
the carbon content is computed and shown in Fig. 14d. The critical stress 
increases with the carbon content, suggesting that the microstructure 
becomes indeed more resistant to brittle failure with the increase in 
carbon content for these homogenized microstructures. It is worth 
noting that the curvature of the Pm curve changes as the carbide content 
increases, and even changes from concave to convex in the case of the 
highest carbon content.

4.2. Beremin model

For the probabilistic description of fracture toughness KJc, the 
Beremin model is used [16]. In the present paper, only a brief descrip-
tion of this model is presented. For the Beremin model, the failure 
probability of the specimen can be calculated as 

Pr = 1 − exp
[

−

(
σw

σu

)m]

, (2) 

in which m and σu are material constants to be determined, and σw is the 
Weibull stress, calculated as 

Fig. 7. Evolution of the microstructure with the chemical composition: (a) 0.18 %C, (b) 0.29 %C, (c) 0.38 %C and (d) evolution of misorientation angles obtained 
from EBSD analyses.
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σw =

̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅

∑k

i

(
σ1

i
)m Vi

V0

m

√
√
√
√ , (3) 

where k is the number of elements in which the plasticity has been 
activated (i.e. p > 0), σ1

i is the maximal principal stress applied on the 
element of volume Vi, and V0 is the representative volume in which the 
continuum mechanics approximation is valid, here assumed to be 125 
000 µm3 (50 vs 50 vs 50 µm), which corresponds approximatively to 8 
prior austenitic grains (Fig. 9).

To compute the Weibull stress σw and the corresponding value of KJc, 
Finite Element Analyses have been carried out using CAST3M software 

(edition 2021), with a mesh identical to the one used by [8]. To better 
capture the stress gradients at the vicinity of the crack tip, a finer mesh 
consisting of 20 node brick elements (CU20 in CAST3M) of 50 x 50 x 50 
µm was used at this region. Note that this element size is consistent with 
the representative volume V0 adopted for the Beremin model. The value 
of KJc is computed for each loading step based on the J-integral values 
obtained using numerical integration (GTHETA method in CAST3M). 
The plastic behaviour of the material is modelled by the same set of 
constitutive equations as in [8,9]: 

σ(εp) = σy0 + Q1[1 − exp(− b1εp)] + Q2[1 − exp(− b2εp)
]
, (4) 

in which 

σy0 (T) = σa + σT exp(−
T
Ty

)

, (5) 

Q1= − p1T + p2, (6) 

b1(T) = 26 + 0.095T. (7) 

The first term of Eq. (4) describes the evolution of the yield stress 
with temperature; the second, the hardening behaviour at small de-
formations, assumed to be temperature-dependent; and the third, the 
hardening behaviour at large deformations, assumed to be temperature- 
independent. Material parameters (Table 3) have been identified from 
tensile tests at multiple temperatures without considering the Lüders 
bands. The difference between experimental and simulated tensile 
curves obtained using the calibrated parameters presented in Table 3 is 
less than 5 % (in terms of stress level for a given plastic strain). Since 
tensile tests can only be used before necking of the specimen, constants 
Q2 and b2 could not be directly determined and are assumed to be 

Fig. 8. Evolution of (a) microstructural parameter µ, (b) parameter R and (c) the percentage of 
∑

3 grain boundaries with carbon content.

Fig. 9. Evolution of the average ferritic grain size with carbon content.
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identical to those identified by [8,9]. A comparison between experi-
mental and simulated force vs CMOD curves is presented in Fig. 15, in 
which only one representative experimental curve is plotted for the sake 
of visual clarity. The results indicate that FE simulations tend to slightly 
overestimate the force response, especially for 0.38 % at − 90 ◦C. 
Nonetheless, the relative error (at a specific CMOD) is inferior to 8 % for 
all cases.

The parameters m and σu are determined as follows. Due to the low 
number of experimental fracture toughness results, a usual value of m =
20 is adopted for all materials, which is consistent with the values re-
ported in the literature for RPV steels [16,36,37]. The value of σu is 
determined based on the evolution of the median KJc—which corre-
sponds to the experimental fracture probability Pr of 50 %—with test 
temperatures. Multiple values of σu are pre-selected and, together with 
the values of σw obtained from FEA, are used to calculate the KJc 

corresponding to the simulated Pr = 50 %. The retained value of σu is the 
one that produces the best fit of the median KJc evolution. The iso-
probability curves for the three materials are presented in Fig. 16a–c. 
The results of the simulations show that the value of σu linearly increases 
with the carbon content, as shown in Fig. 16d.

In an attempt to better understand the physical meaning of this 
trend, the analytical expression derived from the Beremin model that 
relates the failure probability Pr to the yield stress σy0, the fracture 
toughness KIc, and the parameters m and σu can be used [16]: 

ln
(

1
1 − Pr

)

=
σm− 4

y0 K4
IcBCm

Voσm
u

, (8) 

in which B is the specimen thickness (i.e. crack front length), Cm is 
calculated from the HRR stress field [38,39] and V0 is the representative 
volume. When T = T0, Pr = 0.5 , KIc = 100 MPa

̅̅̅̅̅
m

√
and for B = 25 mm, 

the relation between σu and σy0 can be written as 

σu = C σ(m− 4)/m
y0 = C

[

σa+ σT exp
(

−
To

Ty

)](m− 4)/m

, (9) 

where C is a constant depending only on Cm and V0. This equation can 
finally be rewritten as 

T0 = − Tyln
(

1
σT

[(σu

C

)m/(m− 4)
− σa

])

= − Tyln
[

1
σT

(
σμ− σa

)
]

. (10) 

Eq. (10) indicates that T0 evolution with the carbon content is the 
result of a competition between two phenomena: the evolution of the 
microstructural resistance against brittle fracture (represented by σμ, 
which includes parameters m and σu) and the evolution of the yield 
stress (represented by parameters σa, σT and Ty). If we make the thought 
experiment that there is no significant evolution of the microstructural 
resistance with the carbon content (i.e. σμ is constant), T0 evolution 
should be governed mainly by the yield stress evolution. Assuming 
reasonably that σT and Ty remain almost constant and that σa bears the 
carbon content effect (Table 3), an increase of T0 with carbon content 
should be observed. This scenario is compatible with reports in the 
literature that macrosegregation can lead to an embrittlement of RPV 
steels [1–6]. In the present investigation, however, the carbon content 
increase is associated with a significant microstructural evolution (i.e. 
reduction of large carbide population, reduction of the ferritic grain size 
and evolution towards lower bainite/martensite crystallographic 
microstructure) that is beneficial in terms of resistance to brittle frac-
ture. Such a microstructural evolution results in an increase of σμ (i.e. σu 

for a constant value of m) with carbon content, explaining the observed 

Fig. 10. Evolution of (a) equivalent diameter distribution and (b) number of total and large (> 0.2 µm) carbides with carbon content.

Table 2 
Parameters of the Lee-Weibull distribution and of carbide analyses.

Material α β (µm) γ (µm) Surface fraction (µm− 2) Total carbides

0.18 %C 1.084 0.081 0.109 1.05 3305
0.29 %C 1.055 0.045 0.111 1.62 4666
0.38 %C 1.034 0.043 0.112 1.69 5436

Fig. 11. EDX envelopes obtained from random carbides (5 carbides for 0.18 % 
C, 7 for 0.29 %C and 8 for 0.38 %C).
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decrease of T0. This interpretation is thus consistent with the critical 
fracture stress evolution presented in Fig. 13d, which is similar to the 
one observed for σu for a constant value m (Fig. 16d). Finally, it is worth 
mentioning that the σu values obtained using Eq. (10) (with experi-
mental T0 values, parameters of Table 3 for material yield stress, a 
Beremin m parameter equal to 20, and a Cm parameter of Eq. (8) equal 
to the one given in Beremin original paper [16]) are very similar to those 
obtained from complete analyses of FE simulations, with a relative dif-
ference of less than 2 %. This result reinforces the validity of Eq. (10) to 
be used, at least, as a first guess in an identification process of param-
eters m and σu in cases where T0 has already been determined 
experimentally.

5. Further discussions

As previously discussed for 0.18 and 0.29 %C materials, brittle fail-
ure initiation is mainly controlled by the relatively rare large Mo and 
Mn-enriched carbides located at the interface of cleavage facets. To 
explain this phenomenon, three (non-mutually exclusive) hypotheses 
are proposed. The first one is that carbides at the interface of cleavage 

facets, which could be former austenitic grain boundaries [23,30], are 
larger than intragranular ones. Thus, the large microcracks originating 
from the brittle fracture of these carbides are those that lead to unstable 
propagation. The second hypothesis is that the presence of Mo changes 
the mechanical properties of these carbides. As reported by [40,41], the 
increase in Mo content leads to an increase in the hardness of the 
cementite. Consequently, the Mo-enriched carbides observed at the 
initiation sites may be more brittle than the standard Fe3C. This hy-
pothesis is in line with a previous experimental investigation that 
associated upper-nose temper embrittlement of A533 gr. B steel with the 
precipitation of large Mo-enriched M23C6 carbides [21], whose me-
chanical properties also depend on the Mo content [42]. The third one is 
that local stress fields at grain boundaries are more severe, which fa-
vours the rupture of intergranular carbides over intragranular ones. The 
first two hypotheses can be assessed based on additional morphological, 
crystallographic and chemical analyses of those carbides, whilst the 
third one could be assessed by full-field crystal plasticity simulations 
[43].

The intergranular fracture was present mainly at 0.38 %C, the ma-
terial that exhibits the lowest transition temperatures (i.e. the highest 

Fig. 12. Comparison between the EDX spectra of random carbides (in grey) and of carbides at initiation sites (in colour) at (a) 0.18 %C, (b) 0.29 %C.

Fig. 13. (a) Definition of Pgy and Pm based on a schematic representation of an instrumented Charpy test and (b) evolution of Pgy and Pm with temperature.
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fracture toughness at a given temperature). This result can be counter-
intuitive since intergranular fracture is often associated with grain 
boundary embrittlement and, therefore, with an increase of transition 
temperatures T0 and T56J [44–47]. We believe that the microstructural 
evolution may explain the presence of intergranular fracture without 
embrittlement for this material as follows. First, the number of potential 
initiation sites decreases due to the reduction of the large carbide pop-
ulation. Second, the cleavage resistance is significantly improved due to 
both ferritic grain size reduction and evolution towards lower baini-
te/martensite. Therefore, intergranular fracture can be observed 
because of the substantial increase in the cleavage fracture resistance, 
which eventually tends to be higher than the intergranular one. This 
interpretation suggests that extensive grain boundary embrittlement is 
not at the origin of the intergranular fracture observed in the present 
case since embrittling elements like phosphorus are at very low level.

It is proposed that the unusual evolution of brittle fracture toughness 
with the chemical enrichment level observed on the homogenized ma-
terials in this work can be explained by a combination of mechanical and 
microstructural effects, as illustrated in Fig. 17: 

1) From a mechanical perspective, yield stress increases with the car-
bon content. This is due to the combination of three microstructural 
effects: the increase in the carbide fraction, which likely leads to an 
increase in the M2C hardening carbide fraction, the decrease of 
ferritic grain size and, to some extent, the increase of disorientation 
between the crystallographic units. When the yield stress increases, 
the plastic zone around the crack tip is reduced as well as the fracture 
process zone, but the stress level inside the process zone increases. 
Hence, carbides inside the process zone are submitted to higher local 

Fig. 14. Evolution of the maximum force (Pm) and the force at general yield (Pgy) with temperature at (a) 0.18 %C, (b) 0.29 %C and (c) 0.38 %C, and (d) evolution of 
the critical stress with the chemical composition.

Table 3 
Material constants used for FEA.

Material E 
(GPa)

ν σa 

(MPa)
σT 

(MPa)
Ty 

(◦C)
p1 
(MPa/◦C)

p2 
(MPa)

Q2 
(MPa)

b2

0.18 %C 205 0.3 420 25.8 66.67 0.62 230 900 0.37
0.29 %C 205 0.3 538 25.8 66.67 1.16 270 900 0.37
0.38 %C 205 0.3 577 23.2 58.82 1.42 231 900 0.37
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stresses as the carbon content increases, leading to a potential 
detrimental effect;

2) From a microstructural perspective, the reduction of the large car-
bide population [27,30–32], the reduction of ferritic grain size 
[27–29] and the evolution of the microstructure towards lower 
bainite/martensite [34] contribute to a strengthening against brittle 
failure. This trend is especially important at 0.38 %C since for this 
material the reduction of the ferritic grain size and the evolution 
towards lower bainite/martensite is significantly more pronounced 
than at 0.29 %C (Figs. 8 and Fig. 9).

Despite significant literature on the influence of microstructure on 
the brittle failure of low-alloyed steels, there is still no consensus on 
which microstructural parameter controls cleavage failure. This may be 
explained by the significant statistical correlation observed between 
different microstructural parameters. For instance, whilst grain size ef-
fects have been reported by several authors [48,49], it was also observed 
that there is a correlation between the size of the largest carbide and 
grain size in mild steels [50,51]. Bainitic packet sizes, prior austenitic 
grains sizes and cleavage facets sizes may also be correlated [30,52], 
making it difficult to isolate the effects of each microstructural param-
eter experimentally. One alternative to study the influence of each 
parameter independently is to use modelling strategies. For instance, 
Petch [49] proposed a model in which the critical cleavage stress 

depends on both grain and carbide sizes. This model could be easily 
integrated into the available Microstructure Informed Brittle Fracture 
(MIBF) local approach model [8,9,53], which incorporates indepen-
dently the effects of carbide population, local stresses/strains hetero-
geneous fields and also of the microstructural resistance. The results 
obtained from the resulting models can shed some light on the role of 
each microstructural parameter on the brittle failure of low-alloyed 
steels but demand additional studies.

In the present work, the influence of microsegregation was mini-
mized due to the homogenisation heat treatment, which isolated the 
effect of the bulk chemical composition. Local microsegregation is often 
observed in macrosegregated industrial components and leads to the 
formation of a complex microstructure, composed of zones with 
different microstructural and mechanical properties. The unexpected 
evolution of transition temperature observed in the present work sug-
gests that these microsegregated zones may play an important role in the 
embrittlement of RPV steels. This interpretation is consistent with the 
results observed by Yan and co-workers [10] for macrosegregated 
SA508 Gr.3, in which homogenization led to an increase of almost 60 J 
on the average absorbed energy due to the reduction of the M-A island’s 
content for a nominal composition. However, it is important to note that 
some of the microstructural changes observed as carbon content in-
creases in this work may not be representative of macrosegregation ef-
fects in large forgings. In a previous study with model materials 

Fig. 15. Comparison between force vs CMOD simulated and experimental curves for (a) 0.18 %C, (b) 0.29 %C and (c) 0.38 %C materials.
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containing microsegregations, no significant decrease of bainite grain 
size was seen between ~0.18 %C and ~0.38 %C [8,9]. In another study 
with specimens extracted from a macrosegregated large forging, no 

significant differences between packet sizes were seen and the equiva-
lent diameter of carbides increased slightly with carbon content [7], 
contrary to what is observed in our present study. Further studies are 

Fig. 16. Isoprobability curves at (a) 0.18 %C, (b) 0.29 %C, (c) 0.38 %C and (d) evolution of σu with carbon content in comparison with previously determined critical 
stress (Fig. 14d) .

Macrosegregation

Mechanical Effects
Increase of Yield

stress
Increase of stresses inside 

the plastic zone
Embrittlement

Microstructural 
Effets

Reduction of large 
carbide population

Reduction of potential 
initiation sites

Strengthening

Reduction of ferritic 
grain size

Reduction of stress 
concentrations by 
dislocation pile-up

Strengthening

Evolution towards 
lower 

bainite/martensite 
crystallography

Increase of high-angle 
disorientation and 

entenglement between 
ferritic grains

Strengthening

Fig. 17. Schematic representation of the effects associated with carbon content variation in this study.
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necessary to elucidate the role of microsegregated zones on the brittle 
failure of RPV steels.

6. Conclusions

In the present work, the influence of a chemical composition evo-
lution equivalent to the one found in macrosegregations on the brittle 
fracture mechanisms of RPV steel model alloys was investigated. Three 
model materials, submitted to a homogenization treatment prior to 
forging operations and post-forging heat treatments, were studied 
through mechanical tests, fractographic and microstructural analyses, 
and modelling using the local approach to fracture. The first one with a 
chemical composition similar to the 18MND5 RPV steel (~0.18 %C, 
close to ASME A508 Gr3 Cl2) and the other two materials with chemical 
compositions simulating zones of large (~0.29 %C) and intense (~0.38 
%C) positive macrosegregation. Based on the aforementioned results, 
the following conclusions can be drawn: 

1) As expected, yield stress increased and upper shelf energy decreased 
as the carbon content increased. However, the lowest transition 
temperatures T0 and T56J were unexpectedly observed for the 0.38 % 
C alloy, whilst comparable temperatures were observed for 0.18 %C 
and 0.29 %C;

2) Brittle fracture mechanism depends on the carbon content: cleavage 
was observed at 0.18 %C and 0.29 %C, and both cleavage and 
intergranular fracture were present at 0.38 %C. The presence of 
intergranular fracture at 0.38 %C is explained by the substantial 
increase in transgranular cleavage resistance and not by grain 
boundary embrittlement since the mass content of impurity elements 
is very limited in this model alloys, and it exhibits good toughness 
properties;

3) At 0.18 and 0.29 %C, cleavage fracture initiated mainly at 
Molybdenum/Manganese-enriched carbides located near or on 
cleavage facet boundaries, which are believed to be prior austenitic 
grain boundaries. The equivalent diameter of carbides identified at 
initiation sites ranged from 0.20 to 0.80 µm;

4) The carbon content variation is associated with four microstructural 
effects: increase in total carbide volume fraction, reduction of frac-
tion of large carbides (>0.20 µm), reduction of ferritic grain size and 
evolution towards lower bainite/martensite;

5) Yield stress probably increases with the carbon content due to the 
reduction of the ferritic grain size and increase in the carbide volume 
fraction;

6) The combination of the reduction of the fraction of large carbides, 
reduction of ferritic grain size and evolution towards lower bainite/ 
martensite leads to an increase in the resistance against purely brittle 
failure. This is confirmed by the increase of the critical fracture stress 
estimated from Charpy tests;

7) The cleavage resistance microstructural parameterσu, equivalent to 
the (σu,m) parameters of the Beremin model evolves with carbon 
content, following the same trend as the one observed for the critical 

fracture stress estimated from Charpy tests. This confirms that the 
evolution of the microstructure plays an important role in the evo-
lution of transition temperatures;

8) The unusual evolution of the reference temperature T0 can be 
explained by the competition between the embrittlement due to the 
increase of the yield stress on one side and the strengthening due to 
the reduction of the large carbide fraction, reduction of ferritic grain 
size and evolution towards highly disorientated and entangled lower 
bainite/martensite microstructures on the other side. In the present 
study, for the material with 0.29 %C and particularly for the material 
with 0.38 %C, these strengthening effects were strong enough to 
outweigh the embrittlement effect associated with yield strength 
increase.

Note that the present analyses and conclusions are drawn from the 
results obtained on well homogenized model materials, with the 
objective to isolate and characterize the chemical composition effect 
without the influence of micro-segregation. Any attempt to extent the 
present observations and conclusions to the macroscopic behaviour of 
macrosegregated industrial components would also require a better 
understanding of the effect of macro-segregation on the localized micro- 
segregations and on the resulting microstructures, as they can be 
observed in some industrial materials.

CRediT authorship contribution statement
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Appendices

Tables A1 and A2.

Table A1 
Summary of fractographic analyses carried out for Charpy specimens.

Specimen C (%) Temperature (◦C) Energy (J) Initiation site Distance from notch (mm) Propagation mode

CV-NS-A7 0.18 − 20 39.9 Carbide with Mo and Mn, d = 0.27 µm 1.65 Cleavage
CV-NS-B4 0.18 − 40 28.8 Possible carbide, d = 0.20 µm 1.45 Cleavage
CV-MS-B9 0.29 − 20 47.6 Possible grain boundary 1.20 Cleavage
CV-MS-B4 0.29 − 40 25.7 Possible carbide, d = 0.36 µm 1.27 Cleavage
CV-IS-B9 0.38 − 40 57.0 Unidentified - Cleavage + Intergranular
CV-IS-A9 0.38 − 60 37.8 Unidentified - Cleavage + Intergranular
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Table A2 
Summary of fractographic analyses carried out for CT specimens.

Specimen C (%) Temperature (◦C) Fracture toughness 
(MPa

̅̅̅̅̅
m

√
)

Initiation site Distance from precrack tip 
(µm)

Propagation mode

CT-NS-B3 0.18 − 70 90.4 Carbide with Mo and Mn, d = 0.80 µm 55 Cleavage
CT-NS-C4 0.18 − 50 116.2 Possible grain boundary 128 Cleavage
CT-NS-A5 0.18 − 30 147.6 Carbide with Mo and Mn, d = 0.72 µm 168 Cleavage
CT-MS-B5 0.29 − 90 80 Close to rough facet 64 Cleavage
CT-MS- 

A4
0.29 − 70 93 Carbide with Mo and Mn, d > 0.68 µm 57 Cleavage

CT-MS-C2 0.29 − 50 112 Carbide with Mo and Mn, d = 0.54 µm 79 Cleavage
CT-MS-B4 0.29 − 30 146 Carbide with Mo and Mn, d = 0.67 µm 145 Cleavage
CT-IS-B5 0.38 − 135 83.1 Unidentified - Cleavage +

Intergranular
CT-IS-C1 0.38 − 120 107.9 Unidentified - Cleavage +

Intergranular
CT-IS-C3 0.38 − 105 111.9 Unidentified - Cleavage +

Intergranular
CT-IS-A4 0.38 − 90 173.9 Unidentified - Cleavage +

Intergranular
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